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Selective telomerisation of isoprene with methanol
by a heterogeneous palladium resin catalyst

Laura Torrente-Murciano,*a David Nielsen,b Ralf Jackstell,c Matthias Beller,c

Kingsley Cavellb and Alexei A. Lapkin*d

High catalytic activity for the telomerisation of isoprene with methanol with an unusual regioselectivity

towards tail-to-tail telomerisation products was achieved with a heterogeneous ĲDVB-resin-PPh3-Pd-dvds)

catalyst synthesised by supporting palladium-Ĳdvds) on a commercial triphenylphosphine–divinylbenzene

resin, with potential for continuous operation. The high activity is a function of the presence of the (dvds)

ligand while the regioselectivity is attributed to the combination of (dvds) and PPh3 ligands associated with

the palladium centre. The loss of activity upon recycling the catalyst is due to the loss of associated (dvds)

ligand during reaction and during the recycle process.
Introduction

Dimerisation of dienes with a nucleophile, known as
telomerisation, is a well-studied reaction with a significant
synthetic potential.1–5 However, thus far there are few
commercial realisations, notably the Kuraray process of
telomerisation of butadiene with water with consecutive
double bond reduction to yield a linear 1-octanol6 and the
Dow Chemical Company telomerisation of butadiene with
methanol to produce methoxyocta-2,7-diene which is then
reduced to 1-octene.5 The synthetic potential of telomerisation
reaction is exemplified by the wide range of nucleophiles
shown to be active in telomerisation, such as alcohols,7–10

amines and ammonia,11–19 sugars20–23 and polyols,24–26

carbon dioxide,27 etc. It was also shown that longer-chain
conjugated dienes could be telomerised28 and internal long-
chain dienes could be converted in tandem isomerisation–
telomerisation reactions.29 Recent advances in catalyst devel-
opment, especially the introduction of highly active carbene
catalysts with the means of controlling the selectivity between
dimerisation and telomerisation products, see e.g.,7,30 should
promote a variety of novel applications.

The feasibility of developing heterogeneous telomerisation
reactions, with a considerably simplified work-up compared
to homogeneous single phase catalysis, increases its attrac-
tiveness from an industrial point of view. Because of the
significant difference in molecular weight of reactants
and products, and the possibility of using aqueous solutions
of catalysts, the telomerisation reaction can be readily
implemented as a bi-phasic aqueous/organic reaction, with
the catalysts remaining in the aqueous phase.4,6,17 A number
of transition metal catalysed bi-phasic reactions involving
decantation as the main separation stage have been success-
fully commercialised on a large scale, most notably the SHOP
process, see e.g., ref. 31. In addition to aqueous phase, cata-
lysts may also be immobilised in ionic liquids (IL), leading to
the organic-IL biphasic systems.15,32

Gas–liquid telomerisation represents another type of
heterogeneity; telomerisation of gaseous butadiene with
liquid acetic acid33 and of gaseous carbon dioxide with liquid
butadiene27 have been demonstrated. In the latter case the
use of a cyclic carbonate solvent was advantageous over ace-
tonitrile in terms of catalyst activity and selectivity. However,
the high boiling point of carbonates does not allow easy
product separation by flash distillation, which is a general
problem of high-boiling point solvents.

There have been a number of attempts to develop
solid heterogeneous telomerisation catalysts. Thus, silica
bound PdĲII) ĲSiO2-acac-PdĲII)) was found to be active in the
telomerisation of butadiene with methanol, with a two-fold
excess of free alkyl phosphine ligand necessary to ensure
selectivity to telomerisation.34 Leaching of Pd was found to
be severe, leading to rapid deactivation of the catalysts. A
polystyrene-bound Pd(0) triphenylphosphene catalyst was
shown to be active in butadiene telomerisation with a
number of nucleophiles, but loss of activity was significant
already on the second recycle.35 Similar problem of
oyal Society of Chemistry 2015
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Fig. 1 Potential products of telomerisation of isoprene with methanol.
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leaching was also observed with PdĲacac)2 catalyst heterogenised
on Merrifield resin, where catalysis was due to the leached
homogeneous PdĲII) species. However, leaching was found
to be much less significant if the PdĲII) or Pd(0) precursor
was bound to the resin via a bisĲdiphenylphosphino)propane
or bisĲdiphenylphosphino)methane ligands. Although the
activities of the resulting catalysts were much lower than
the homogeneous PdĲII) or Pd(0) catalysts, telomerisation
activity appeared to be a product of true heterogeneous
catalysis.34,36

The reaction of butadiene with water catalysed by PdĲII)
supported on montmorillonite clay showed reasonable
activity, with TOF values up to 277 h−1, and was stable to Pd
leaching.37 However, in the case of telomerisation with
methanol or phenol, the montmorillonite supported PdĲII)
catalyst was found to be less stable in recycling experiments
than PdĲII) supported on KF/Al2O3 base.38 This is likely to be
due to the choice of ligand, rather than the sensitivity of reac-
tion to the nature of the support or the change of nucleo-
phile. The same PdĲTPPTS)n-KF/Al2O3 catalyst was shown
to be reasonably active in telomerisation of butadiene with
xylose, but showing a 16% loss in activity over five consecu-
tive catalyst recycles.21

More recently the base-free telomerisation system using
Pd-TOMP ĲtrisĲ2-methoxyphenyl)phosphine) catalyst was
heterogenised in double layer hydroxides, hydrotalcites.39

Heterogenisation resulted in a significant loss of activity,
with 51% conversion in the case of butadiene–methanol
system with only 18% selectivity to C8 products, and only two
recycles were reported with a significantly lower conversion,
which were shown to be due to loss of Pd. Much better activi-
ties and catalyst re-usability were achieved in the case of the
Pd catalysts immobilised within a covalent organic frame-
work support (abbreviated as COF), although metal Pd parti-
cles were observed in the spent catalysts.40

Another approach to heterogenisation is through complex-
ation of the active catalyst in a macrocycle, which leads to
the formation of a soluble ‘heterogeneous’ catalyst, recycled
by distilling solvent and products. An effective recycling of
Pd(0) catalyst was shown in the telomerisation of butadiene
with methane.41

There are only few reports of the successful hetero-
genisation of telomerisation catalysts, mainly due to the
This journal is © The Royal Society of Chemistry 2015

Table 1 Telomerization of isoprene with methanol using heterogeneous and

Catalyst T/°C TON Conversion/% @7 h Pd le

ResCat 1 70 906 84.7 127
ResCat 1 130 206 21.0 Na
ResCat 2 70 448 10.5 10
PdĲIMes)Ĳdvds) 70 3694 45.5 —
PdĲacac)2 + 3 eq. PPh3 70 862 10.6 —

Reaction conditions: 3.25 mL isoprene (4.35 M); solvent: 3.25 mL dry
time = 7 h. Catalyst: 0.025 g of ResCat 1, 0.05 g of ResCat 2, 4 × 10−6 m
solution determined by atomic absorption. b Selectivity to all telomerisatio
complexity of the system. The reactant diene and free ligands
are in competition for co-ordination with Pd and thus strong
interaction between Pd and the support is required, which
may consequently lead to the loss of activity or selectivity.
The most successful reported heterogeneous telomerisation
catalysts are based on resins where the coordination sphere
of the active Pd species are similar to the corresponding
molecular homogeneous catalysts; the Pd coordination to
the polymer is sufficiently strong to ensure low levels of
leaching.5

Apart from the expected benefits of recycling the catalyst,
the heterogeneous environment may also alter the regio-
selectivity of the reaction. Telomerisation of isoprene can
lead to at least four isomer products shown in Fig. 1, as well
as unwanted dimer and trimer by-products.

Out of the telomer products, the head-to-tail isomer
would mimic the naturally occurring terpenes, although the
main product is typically the tail-to-tail isomer, specially with
a Pd-tributylphosphine catalyst.18

In this paper, we report the heterogeneous telomerisation
of isoprene with methanol using Pd-dvds (dvds = 1,1,3,3-
tetramethyl-1,3-divinyl-disiloxane) on triphenylphosphine–
divinylbenzene copolymer. An unusual tail-to-tail telomerisation
regioselectivity is reported with this solid catalyst.

Results and discussion

Heterogeneous ResCat 1 ĲDVB-resin-PPh3-Pd-dvds) and
ResCat 2 ĲDVB-resin-PPh3-Pd) synthesised by attaching palla-
dium complexes to the commercial triphenylphosphine–
divinylbenzene copolymer (DVB) resin were studied for the
telomerization of isoprene with methanol (see results in
Table 1). A series of homogeneous catalysts were also tested
Catal. Sci. Technol., 2015, 5, 1206–1212 | 1207

homogeneous catalysts

achinga/ppm Selectivityb/% @7 h

Regioselectivity

HT HH TH TT

58 31.6 5.7 0.9 61.8
60 20.7 6.6 2.6 70.1
17 45.2 5.2 49.6 —
88 14.2 85.0 0.8 —
73 67.5 5.5 26.9 —

1% NaOMe in MeOH; 1 mL decane as internal standard. Reaction
oles for the homogeneous catalysts. a Amount of metal leached into
n products.
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under the same conditions for comparison. ResCat 1 showed
the best performance, with a conversion of 85% after 7 hours
at 70 °C. However, the conversion decreased at a higher tem-
perature, probably due to decomposition of the Pd species
immobilised on the resin as we have recently observed in the
equivalent homogeneous system.29 The main telomerisation
product obtained is the tail-to-tail isomer, which is the less
favoured product in homogenous reactions, whether using a
carbene ĲPdĲIMes)Ĳdvds)) or triphenylphosphine as palladium
ligand. Interestingly, higher temperatures, >70 °C, favoured
the formation of an even greater proportion of tail-to-tail
telomerisation isomer although conversion is compromised
due to decomposition as previously mentioned. To the best
of our knowledge, ResCat 1 shows a higher selectivity for the
tail-to-tail product than any previously reported catalyst.

Although some leaching of palladium into solution was
observed from ResCat 1, the catalytic activity cannot be
attributed to the homogeneous leached component, as the
regioselectivity of the telomerisation products is not consis-
tent with that obtained with homogeneous catalysts. Further-
more, resins which showed leaching generally exhibit poor
catalytic activity, suggesting that the leached palladium
species are not catalytically active to a significant degree.

In the case of ResCat 2, conversion was considerably
lower compared to ResCat 1. The telomerization product
distribution with this heterogeneous catalyst was similar to
that observed for the homogeneous PdĲacac)2 in addition
of triphenylphosphine ligand. This suggests that the
regioselectivity obtained with ResCat 1 is not due to the
triphenylphosphine group or the resin itself, but to the com-
bination of the (dvds) and triphenylphosphine ligands associ-
ated with the palladium active centre.

The bonding of the palladium complex, (dvds) ligand and
the resin backbone was followed by IR. FTIR spectra of the
commercial triphenylphosphine DVB-resin, triphenylphosphine
and (dvds) ligands are shown for comparison with ResCat 1
and ResCat 2 (Fig. 2). The commercial resin shows the same
bands than the PPh3 with the addition of two bands between
2800 and 3100 cm−1 which correspond to DVB resin. There is
1208 | Catal. Sci. Technol., 2015, 5, 1206–1212

Fig. 2 FTIR spectra of a. ResCat 1, b. ResCat 2, c. (dvds) from NIST
database n. 2627-95-4, d. PPh3 and e. Commercial triphenylphosphine–
divinylbenzene copolymer (DVB) resin.
no apparent distinction between the ResCat 2 and the metal-
free resin spectra, which is attributed to the low energy of
the Pd–P bonds. Additional bands appear in the ResCat 1
spectrum respect to the commercial resin at 845, 1070 and
1260 cm−1, aligned to those present in the (dvds) spectra, cor-
responding to the Si–O–Si bending, stretching and asymmet-
ric stretching modes respectively.42 As expected, these bands
are not present in the ResCat 2 spectrum.

In order to study the potential for recycling of ResCat 1,
consecutive runs using the same catalyst under the same
reaction conditions were carried out over a period of several
days. After each run, solvent, reactants and products were
removed and the ResCat 1 catalyst was stored under solvent
(methanol) and recharged the next day with fresh reactants.
The conversion and selectivity towards telomerisation prod-
ucts obtained for each run are shown in Fig. 3.

The decrease in conversion in subsequent runs cannot be
explained by simple loss of resin catalyst due to manipula-
tions, as this was estimated at no more than 5% between
each run. The overall TON (Table 2) from the catalyst recycle
reactions is in the same order of magnitude as those
obtained using an equivalent homogeneous catalyst.29 The
chemoselectivity and regioselectivity across each run remain
largely unchanged, suggesting that the same active palladium
species bonded to (dvds) and triphenylphosphine ligands is
responsible for the activity across all runs. The loss of (dvds)
ligand clearly deactivates the catalysts instead of simply mod-
ifying its reactivity.

The loss of activity upon recycling of the catalyst could be
due to erosion of the catalyst from the resin particles, as was
claimed in previous heterogeneous telomerisation reactions
using polymer supports.43 Fig. 4 shows overview SEM images
of the fresh ResCat 1 catalyst and the beads recovered after
six telomerisation runs. Although some of the particles were
ruptured during the Pd immobilisation process, likely due to
the effects of mechanical stirring during the synthesis, most
of the fresh catalyst beads remained intact. However, the
rupture effect is magnified during the telomerisation runs
when most of the particles been fractured after six runs.

Fig. 4 shows a higher magnification SEM image of a fresh
ResCat 1 bead where physical defects on the surface become
This journal is © The Royal Society of Chemistry 2015

Fig. 3 Reaction profile of consecutive telomerisation reactions of
isoprene with methanol using ResCat 1 as catalyst.
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Table 2 Consecutive runs of telomerisation of isoprene with methanol using recycled ResCat 1 catalyst

Run Overall TON Conversion/% @7 h Pd leachinga/ppm Selectivityb/% @7 h

Regioselectivity

HT HH TH TT

1 906 84.7 127 58 31.6 5.7 0.9 61.8
2 1510 56.4 48 67 28.0 5.5 1.4 65.1
3 1868 33.7 15 70 29.0 5.4 0.4 65.1
4 2022 14.4 11.5 76 27.8 5.1 2.4 64.7
5 2149 11.8 5.7 74 33.6 4.9 2.6 58.9
6 2186 3.5 — 76 34.4 5.8 3.2 56.7

Reaction conditions: 3.25 mL isoprene (4.35 M); solvent: 3.25 mL dry 1% NaOMe in MeOH; 1 mL decane as internal standard. Reaction
time = 7 h. Catalyst: 0.025 g of ResCat 1, 0.05 g of ResCat 2, 4 × 10−6 moles for the homogeneous catalysts. a Amount of metal leached
into solution determined by atomic absorption. b Selectivity to all telomerisation products.

Fig. 4 Scanning electron microscopy (SEM) and Energy dispersive X-ray spectroscopy (EDXS) elemental mapping of ResCat 1 catalysts fresh,
after one catalytic run and after 6 catalytic runs.
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apparent. However, EDXS elemental mapping shows a homo-
geneous distribution of palladium, silicon and phosphorous
across the bead surface. A similar chemical mapping of the
beads after the first telomerisation run reveals that, despite
the catalyst becoming black during the reaction, a similar
homogeneous distribution of Pd, Si and P across the bead
than the fresh catalyst is observed. This suggests that there
was little loss of metal or ligands from the surface of ResCat
1 during the telomerisation reaction. It also indicates that
there is not an accumulation of palladium nanoparticles on
the resin surface. When the same analysis was performed on
an unbroken particle of ResCat 1 after six recycling runs, very
little Si was observed at the surface, although the Pd and P
distribution remained homogeneous. A similar chemical
composition is observed in a fractured ResCat 1 bead after
six runs. The internal and external surfaces of the resin can
be easily distinguished by the X-ray analysis, with the external
surface retaining a homogeneous distribution of P and Pd.
This journal is © The Royal Society of Chemistry 2015
This suggests that broken resin beads should retain their
catalytic activity and that the on-going loss of activity in sub-
sequent runs is a consequence of chemical changes rather
than the observed macroscopic physical changes in the
beads. The elemental mapping also shows that Pd is not
being homogenised and re-deposited on the resin, including
the internal surfaces of broken particles, during the
telomerisation reactions.

Fig. 4 also shows the elemental analyses of EDX analyses
of the fresh ResCat 1 catalyst in comparison to the ones after
one and six telomerisation runs. Due to the rounded surface
of the resin, these analyses cannot be used quantitatively;
however, ratios of elements can be considered. The Pd/P ratio
remains constant throughout the recycling runs, but the
amount of Si present on the resin decreases after the first
run and is almost negligible after six recycling runs. This sug-
gests that loss of the Pd-dvds association is related to catalyst
deactivation and is consistent with the low activity shown by
Catal. Sci. Technol., 2015, 5, 1206–1212 | 1209
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ResCat 2, which does not contain (dvds). The low activity of
ResCat 1 at 130 °C (Table 1) may also be explained by
increased labilisation of the (dvds) ligand at high temperature.

This change in composition of ResCat 1 following
recycling is further confirmed by FTIR analysis, Fig. 5. The
bands corresponding to Si–O–Si bonds at 845, 1070 and
1260 cm−1 in the spectrum of fresh ResCat 1 decrease in
intensity following the first run, and are not present after six
recycling runs.
Experimental

Commercial triphenylphosphine–divinylbenzene copolymer
(DVB) resin (Fisher Chemicals) was used as heterogeneous
support. For the synthesis of resin catalyst 1 (ResCat 1), 1.94 g
of the commercial triphenylphosphine resin, (1% DVB,
1–1.5 mmol (PPh3) g

−1, 100–200 mesh) was stirred overnight
with 3.25 mL of Pd-dvds solution (2.43 mmol Pd) in dry THF,
under nitrogen (Fig. 6a). The resin was then filtered and
washed with a total of 40 mL of dry THF before drying briefly
under vacuum. The solution remaining after separation of
the resin was analysed by atomic absorption spectroscopy
(Perkin Elmer), indicating that 96.6% of the palladium was
adsorbed, resulting in a concentration of 12.9 wt% Pd on the
resin. The ResCat 1 was stable under air at room temperature.

ResCat 2 was synthesised following a procedure previously
described.44 PPh3-resin (0.483 mmol, 1.25 mmol (PPh3) g−1,
0.385 g), PdĲacac)2 (3.4 × 10−3 mmol, 7.25 mg) and 7 mL of
MeOH were stirred at 140 °C for 90 minutes in a sealed tube
(Fig. 6b). The mixture was cooled to room temperature and
1210 | Catal. Sci. Technol., 2015, 5, 1206–1212

Fig. 5 FTIR spectra of the ResCat 1 catalysts: fresh, after one and after
six telomerisation recycling runs.

Fig. 6 Synthesis of resin bound catalysts a. DVB-resin-PPH3-Pd-dvds
(ResCat 1) and b. DVB-resin-PPh3-Pd (ResCat 2).
the pale yellow solid filtered and washed carefully with meth-
anol. Finally, the catalyst was dried at 120 °C for 2 hours.
The palladium loading was determined by inductively
coupled plasma analysis (Varian VISTA AX) indicating a con-
centration of 2.22 wt% Pd on the resin.

The complex Ĳ1,3-dimesitylimidazolin-2-ylidene)-
palladiumĲ0)-η2,η2-1,1,3,3-tetramethyl-1,3-divinyl-disiloxane
ĲPdĲIMes)Ĳdvds)) was synthesised as previously reported.45

A JEOL JSM-6310 scanning electron microscope was used
to obtain images of the morphology and chemical structure
of the resin catalysts. The samples to be analysed were attached
to a disk using a carbon-based paste and coated with a fine
layer of carbon to enhance conductivity before analysis. Infra-
red spectra were obtained using an EQUINOX 55 spectrome-
ter with a DTGS detector. Sample pellets consisted of 0.2 g of
KBr and a pre-determined quantity of sample.

Telomerization reactions were carried out using 15 mL
Ace Pressure Tubes equipped with a FETFE® O-ring seated
under the rim of a PTFE bushing, supplied by Sigma Aldrich.
A heater plate controlled by a Pt100 sensor was used to main-
tain reaction temperature within ±0.1 °C. The oil bath was
pre-heated for 40 minutes before starting a reaction. In a typ-
ical experiment, catalyst, solvent, reactant and stirrer bar
were introduced into the tube, which was then flushed with
nitrogen to remove oxygen. An initial sample was taken for
analysis. The pressure tube was closed, placed in the oil bath
and the reaction time commenced. After the desired reaction
time, the tube was immersed in an ice-bath to quench the
reaction and condense any vapours. Samples were taken at
intermediate and final reaction times and analysed by GC
(Varian 3900) using a non-polar capillary column (Alltech,
AT-5) and flame ionization detector (FID). Catalysts were
recovered by filtration and the palladium content of the
remaining solution analysed by AAS. The material balance
was closed in all reactions to within ±5%, and the accuracy of
concentration measurements as determined by GC was better
than ±5%. Conversion and turnover numbers were calculated
based on the disappearance of reactant.

Conclusions

DVB-resin-PPh3-Pd-dvds was shown to be a highly active
heterogeneous telomerisation catalyst with an unusual regio-
selectivity to the tail-to-tail product due to the combination
of the triphenilphosphine and (dvds) ligands to the palla-
dium active centre. The catalyst can successfully be recycled
in consecutive telomerisation runs although a decrease of
activity and, in a minor extend, selectivity was observed due
to the leaching of the (dvds) ligand. Such catalytic system is
particularly attractive to a potential continuous flow heteroge-
neous process.
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