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Abstract

The structure of glassy Ag0.077Ge0.212Se0.711, which lies at y = 0.077 on the Agy(Ge0.23Se0.77)1−y tie-line,
was investigated by using the method of neutron di�raction with silver isotope substitution. Two glass
transition temperatures were found from a characterisation of the material using modulated di�erential
scanning calorimetry, which indicates a mixed phase material. The di�raction method provides site-
speci�c information on the Ag coordination environment, and gives an average of 3.5(1) Ag-Se nearest-
neighbours with a bond distance of 2.65(1) Å together with 0.9(1) Ag-Ag next nearest-neighbours at
a distance of 2.9(2) Å. The incorporation of silver does not appear to have a marked e�ect on the
coordination number of Se to other matrix (Ge or Se) atoms, which supports the notion that Ag forms
dative bonds with Se lone-pair electrons. A model is given for predicting the change in the Se to matrix
atom coordination number when a monovalent metal such as Ag is added to a Se rich Ge-Se base glass.

2



1 Introduction

The GexSe1−x system forms semiconducting glasses over a wide range of
compositions (0 ≤ x ≤ 0.43) [1,2], and is a model system for investigating
the topological ordering in disordered network-forming systems [3�6]. The
network structure and its properties can be transformed by the addition
of a network modi�er, and there has been particular interest in the Ag-
Ge-Se system where the addition of Ag can lead to the onset of fast-ion
conductivity [7�13]. For instance, in the case of the Agy(GexSe1−x)1−y

(0 ≤ y ≤ 1) tie-lines with x = 0.20 and x = 0.25 (Figure 1), the ionic
conductivity associated with Ag+ ions increases dramatically at a com-
position y &0.08 [8�12]. Here, surface microscopy experiments show that
the glass is phase separated into silver-rich and silver-poor phases, and
the sharp increase in the ionic conductivity is believed to originate from
a percolation of the silver-rich phase to form extended conduction path-
ways [11, 13�17]. The microscopic structure of these phases is, however,
the subject of debate, and there have been several investigations using
di�raction and/or modelling methods such as molecular dynamics and
reverse Monte Carlo [18�30]. It is notable that thin �lms of amorphous
Ag-Ge-Se can be used for making non-volatile programmable metallisa-
tion cell devices, where the application of an electric �eld induces the
growth of conductive silver-rich `nanowires' [27, 31�33]. In these devices,
the solid-state electrolyte is made by the photo-di�usion of silver into a
Se-rich Ge-Se base glass, where the photoconductivity changes with vari-
ables such as the glass composition, light intensity, illumination time and
temperature [34�36].

In this paper we investigate the structure of Ag0.077Ge0.212Se0.711
glass by using the method of neutron di�raction with Ag isotope sub-
stitution, which was �rst applied to chalcogenide glasses by Penfold and
Salmon [37]. This material lies on the Agy(Ge0.23Se0.77)1−y tie-line at
y = 0.077, i.e. around the percolation threshold for the ionic conduc-
tivity [14]. Its characterisation using modulated di�erential scanning
calorimetry (MDSC) indicates two glass transition temperatures. The
di�raction method enables the µ-µ′ pair-correlation functions to be elim-
inated from a measured di�raction pattern, where µ (or µ′) denotes a
matrix atom (Ge or Se), and thus provides site-speci�c information on
the Ag coordination environment. Additionally, the Ag-µ pair-correlation
functions can be eliminated, which also simpli�es the complexity of corre-
lations associated with a single di�raction pattern [38]. We �nd an aver-
age of 3.5(1) Ag-Se nearest neighbours with a bond distance of 2.65(1) Å,
and an average of 0.9(1) Ag-Ag next nearest-neighbours at a distance of
2.9(2) Å, as averaged over the di�erent phases present. The results also
suggest a local µ-µ′ coordination environment that is similar to that of
glassy Ge0.23Se0.77 [39].

The manuscript is organised as follows. In Section 2 the essential
theory is described for the method of neutron di�raction with Ag isotope
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substitution. The experimental details are described in Section 3 and the
results are presented in Section 4. The results are discussed in Section 5
and conclusions are drawn in Section 6.

2 Neutron di�raction theory

In a neutron di�raction experiment the total structure factor [40]

F (q) =
∑
α

∑
β

cαcβbαbβ [Sαβ(q)− 1] (1)

is measured where q denotes the magnitude of the scattering vector, cα
and bα are the atomic fraction and coherent neutron scattering length of
chemical species α, respectively, and Sαβ(q) is a so-called Faber-Ziman
[41] partial structure factor. The latter is related to the partial pair-
distribution function gαβ(r) via the Fourier transform relation

gαβ(r)− 1 =
1

2π2 ρ r

∫ ∞

0

dq q [Sαβ(q)− 1] sin(qr) (2)

where ρ is the atomic number density and r is a distance in real space.
These gαβ(r) functions give a measure of the probability of �nding two
atoms of type α and β separated by a distance r, and are de�ned such
that the mean coordination number of atoms of type β in a spherical shell
de�ned by radii ri and rj around a central atom of type α is given by

n̄β
α = 4πρ cβ

∫ rj

ri

dr r2 gαβ (r) . (3)

Let neutron di�raction experiments be performed on two Ag-Ge-Se
glasses that are identical in every respect, except that one of the mate-
rials contains 107Ag and the other contains 109Ag. If the measured total
structure factors are denoted by 107F (q) and 109F (q), respectively, then
the di�erence function

∆FAg(q) ≡ 107F (q)−109 F (q) (4)

= 2cAg∆bAg

 ∑
α ̸=Ag

cαbα [SAgα(q)− 1]


+c2Ag(b

2
107Ag − b2109Ag) [SAgAg(q)− 1]

eliminates all of the correlations that do not involve Ag, where ∆bAg =
b107Ag − b109Ag.

It is also possible to eliminate the Ag-µ pair-correlations from a to-
tal structure factor, where µ denotes a matrix atom (Ge or Se), via the
di�erence function

∆F (q) ≡
[
b107Ag

109F (q)− b109Ag
107F (q)

]
/∆bAg (5)

= ∆Fµµ′(q)− c2Agb107Agb109Ag [SAgAg(q)− 1]
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where ∆Fµµ′ (q) =
∑

α ̸=Ag

∑
β ̸=Ag cαcβbαbβ [Sαβ (q)− 1] contains infor-

mation only on those pair-correlation functions describing the matrix
atoms.

The real-space functions corresponding to F (q), ∆FAg(q) and ∆F (q)
are denoted by G(r), ∆GAg(r) and ∆G(r), respectively, and are obtained
by Fourier transformation. For example, the total pair-distribution func-
tion G(r) is given by

G(r) =
1

2π2 ρ r

∫ ∞

0

dq q F (q)M(q) sin(qr) (6)

where M(q) is a modi�cation function de�ned by M(q) = 1 for q ≤ qmax,
M(q) = 0 for q > qmax. The latter is introduced because a di�ractometer
can measure only over a �nite scattering vector range up to a maximum
value qmax. This modi�cation function can lead to Fourier transform
artifacts that can be particularly notable for the �rst real-space peak.
However, if qmax is su�ciently large that the q-space functions no longer
show structure, then qmax will not introduce Fourier transform artifacts
such that G(r), ∆GAg(r) and ∆G(r) are given by Equations 1, 4 and
5, respectively, after each Sαβ(q) function is replaced by the correspond-
ing gαβ(r) function. Thus, ∆GAg(r) will provide site-speci�c structural
information on the Ag coordination environment where, in the present
experiment, the weighting factors for the Ag-Ge, Ag-Se and Ag-Ag par-
tial pair-correlation functions are 9.005(47), 29.4(1) and 2.35(1) mbarn,
respectively. In comparison, ∆G(r) will be dominated by the µ-µ′ partial
pair-distribution functions where, in the present experiment, the weight-
ing factors for the Ge-Ge, Ge-Se, Se-Se and Ag-Ag partial pair-correlation
functions are 30(1), 196.6(5), 320.7(7) and -1.89(6) mbarn, respectively.

3 Experimental details

3.1 Sample preparation

Glassy samples of Ag0.077Ge0.212Se0.711 were prepared by mixing Ag0.25(Ge0.25Se0.75)0.75
glass powder, containing either 107Ag (99.50 % enrichment, Iso�ex) or
109Ag (99.40 % enrichment, Iso�ex), with the requisite amount of Ge
(99.999 %, Sigma Aldrich) and Se (≥99.999 %, Sigma Aldrich) powder.
These powders were loaded into silica ampoules of 5 mm inner diameter
and 1 mm wall thickness within a high-purity Ar �lled glovebox. (The
ampoules had �rst been cleaned with 48 wt.% hydro�uoric acid, rinsed
with water then acetone, dried, and baked-out under vacuum at a tem-
perature of 800 ◦C for 3 h.) Each of the sample containing ampoules was
then evacuated, sealed under a pressure of ≈10−5 Torr, and placed into
a rocking furnace where the temperature was increased to 962 ◦C (the
melting point of Ag) at a ramp rate of 1 ◦C/min, dwelling for 4 h each
at 221 ◦C (the melting point of Se), 685 ◦C (the boiling point of Se) and
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938 ◦C (the melting point of Ge). At 962 ◦C the temperature was kept
constant for 18 h, after which the rocking motion was stopped, the furnace
was placed vertically to allow the liquid sample to collect at the bottom
of the ampoule, and after a further 6 h the temperature was decreased to
800 ◦C at a ramp rate of 1 ◦C/min where it was kept for an additional
5 h. Finally, the sample was quenched by dropping the ampoule into an
ice/water mixture. Each ampoule was broken open inside a high-purity Ar
�lled glovebox, where the sample was loaded into the vanadium container
used for the di�raction experiment.

3.2 Neutron di�raction & MDSC

The di�raction experiment was performed at room temperature (≃ 25 ◦C)
using the D4c instrument at the Institut Laue-Langevin in Grenoble,
France [42] with an incident neutron wavelength of 0.4961(1) Å. Di�rac-
tion patterns were measured for the samples in a cylindrical vanadium
container of inner diameter 6.80(1) mm and wall thickness 0.10(1) mm,
the empty container, a cylindrical vanadium rod of 6.37(1) mm diameter
for normalisation purposes, the empty instrument, and an absorbing bar
of 10B4C having dimensions comparable to the sample to account for the
e�ect of the sample self-attenuation on the background signal at small
scattering angles. To test the stability of the instrument, the measured
intensity for a given setup was saved at regular intervals, and the ratio
between these intensities showed no deviation within the statistical error.
The data correction procedure is described in detail elsewhere [43]. The
neutron scattering lengths are bGe = 8.185(20), bSe = 7.970(9), b107Ag =
7.538(11) and b109Ag = 4.185(11) fm, which take into account the isotopic
enrichment of the silver isotopes [44]. The number density of the glass
was measured to be ρ = 0.0374(1) Å−3 using a Quantachrome MICRO-
ULTRAPYC 1200e pycnometer.

The glass transition temperature Tg was measured using a TA Instru-
ments Q100 modulated di�erential scanning calorimeter with a scan rate
of 3 ◦C/min, modulation of ±1 ◦C per 100 s, and an oxygen-free nitrogen
gas �ow rate of 25 ml/min. Scans were made by increasing the tempera-
ture from 150 ◦C to 260 ◦C, and the Tg values were taken from the onset
of changes to the total heat capacity. The MDSC experiments showed
two Tg values of 187(2) ◦C and 222(1) ◦C, which indicates a phase sepa-
rated glass (Section 5). These glass transition temperatures compare to
a value of Tg = 197(1) ◦C as measured using the same method for glassy
Ge0.23Se0.77 [39], i.e. for the matrix material in which the Ag is dissolved.

4 Results

The measured total structure factors F (q) (Figure 2) are characterised
by a �rst sharp di�raction peak at 1.07(1) Å−1, a principal peak at
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2.02(1) Å−1 and a third peak at 3.51(1) Å−1. The corresponding total
pair-distribution functions G(r) (Figure 3) have a �rst peak at 2.36(1) Å
that arises from an overlap of µ-µ′ correlations [45], and a next higher-
r feature that corresponds to Ag-Se nearest-neighbours (see below). To
account for the e�ect of the �nite qmax value of the di�ractometer (Sec-
tion 2), the �rst peak in the function D(r) ≡ 4πρrG(r)/|G(r → 0)|
was �tted to a sum of two Gaussian functions, each convoluted with the
Fourier transform of the modi�cation function M(q) [46]. In this anal-
ysis it was assumed that there are contributions solely from Ge-Se and
Se-Se correlations with n̄Se

Ge = 4. This assignment is consistent with a
chemically ordered network model for the Se-rich Ge-Se base glass (see
Section 5), and the presence of GeSe4 motifs in the modi�ed glass is
supported by inelastic neutron scattering and Raman spectroscopy ex-
periments on glassy Ag0.25(Ge0.25Se0.75)0.75 [47]. The �ts give a Ge-Se
distance of 2.365(5) Å, a Se-Se distance of 2.355(5) Å and a coordination
number n̄Se

Se = 0.81(4). A similar analysis of the neutron di�raction results
for glassy Ag0.1(Ge0.25Se0.75)0.9 with n̄Se

Ge = 4 gives n̄Se
Se = 0.90 [26].

The measured di�erence function ∆FAg(q) (Figure 4(a)) shows an in-
crease of intensity at small q-values that is likely to originate from the glass
inhomogeneity indicated by the MDSC results. A similar feature has been
observed for the ∆FAg(q) functions measured for glasses in the Ag-As-Se
system [48]. The corresponding r-space function ∆GAg(r) (Figure 5(a))
has a �rst peak at 2.67(1) Å with a shoulder at ≃ 3 Å, where the e�ect
of the �nite qmax value of the di�ractometer can be neglected. In com-
parison, the crystalline polymorphs of Ag8GeSe6 have structures in which
Ge is 4-fold coordinated to Se atoms, Ag is bound to 3 or 4 Se atoms,
and the shortest Ag-Ag distance is ≃ 3 Å. In the β′-Ag8GeSe6 phase, for
example, Ag has 3 or 4 Se atoms at distances in the range 2.53�2.91 Å
and the shortest Ag-Ag distances are in the range 2.99�3.18 Å [49].

The �rst peak in ∆GAg(r) was therefore �tted to a sum of three
Gaussian functions, where the �rst was attributed to Ag-Se correlations,
the second to Ag-Ag correlations, and the third to a mixture of both
Ag-Se and Ag-Ag correlations (Figure 5(a)). The results give a Ag-Se
bond distance of 2.65(1) Å with n̄Se

Ag = 3.5(1) and a nearest-neighbour

Ag-Ag distance of 2.9(2) Å with n̄Ag
Ag = 0.9(1). In comparison, for the

glassy fast-ion conductor Ag0.25(Ge0.25Se0.75)0.75, anomalous x-ray scat-
tering experiments give a Ag-Se bond distance of 2.62 Å with a Ag-Se
coordination number in the range 3.9�4.6 and a nearest-neighbour Ag-
Ag distance ≃ 3.35 Å [19], whereas neutron di�raction experiments give
a Ag-Se bond distance of 2.68(1) Å with n̄Se

Ag = 3.0(1) and a nearest-

neighbour Ag-Ag distance of 3.02(5) Å with n̄Ag
Ag = 4.2(2) [22]. For glassy

Ag0.1(Ge0.4Se0.6)0.9, which is not expected to be a fast-ion conductor [7],
anomalous x-ray scattering experiments give a Ag-Se bond distance of
2.65(2) Å with n̄Se

Ag = 3.9(3) [18]. For liquid Ag2Se, the measured gAgSe(r)

function has a �rst peak at 2.60(5) Å and the measured gAgAg(r) function
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has a �rst peak at 2.80(5) Å with only a weak minimum on its high-r
side [50].

The measured di�erence function ∆F (q) (Figure 4(b)) is dominated
by the µ-µ′ correlations, and the �rst three peaks appear at 1.10(1),
2.02(1) and 3.54(1) Å−1. This three-peak pro�le is typical of binary Ge-
Se glasses [45]. The �rst peak at 2.36(1) Å in the corresponding r-space
function ∆G(r) (Figure 5(b)) arises from µ-µ′ correlations. To account
for the e�ect of the �nite qmax value of the di�ractometer (Section 2), the
corresponding feature in ∆D(r) ≡ 4πρr∆G(r)/|∆G(r → 0)| was �tted to
a sum of two Gaussian functions, each convoluted with the Fourier trans-
form of the modi�cation function M(q) [46]. Here, the analysis followed
the prescription used for the D(r) functions, i.e. it was assumed that the
�rst peak comprises solely Ge-Se and Se-Se correlations with a coordina-
tion number n̄Se

Ge = 4. Hence, a Ge-Se distance of 2.365(5) Å is obtained,
along with a Se-Se distance of 2.355(5) Å and a coordination number n̄Se

Se

= 0.81(4).

5 Discussion

Wang et al. [51] used MDSC to investigate glasses along the Agy(GexSe1−x)1−y

tie-lines with x = 0.20 and 0.25 (Figure 1). For each of these tie-lines,
two glass transition temperatures Tg(1) and Tg(2) were found, where the
values were taken from the in�ection point of the reversing heat �ow.
For the x = 0.20 tie-line, Tg(1) ≈ 180 ◦C at y = 0.02 and increased
with the Ag content of the glass to give Tg(1) ≈ 200 ◦C at y = 0.20, while
Tg(2) ≈ 230 ◦C and did not change with the Ag content (see also [52]). For
the x = 0.25 tie-line, Tg(1) ≈ 230 ◦C and increased with the Ag content of
the glass, while a second transition at Tg(2) ≈ 230 ◦C could be observed
at y = 0.10 and did not change markedly with the Ag content. The emer-
gence of two Tg values was interpreted in terms of phase separation into
a silver-free Ge-Se `base glass' and an Ag2Se-rich `additive glass' [51, 52].
As the Ag-content increases along a given tie-line, the composition of the
additive glass was deemed to be invariant such that its Tg value does not
vary with y, a scenario that necessitates a change in composition of the
base glass such that its Tg value increases with y. In comparison, phase
separation into silver-rich and silver-poor glassy phases has been observed
for the Agy(GexSe1−x)1−y tie-lines (x = 0.20, 0.25) from scanning electron
microscopy (SEM) [11,13,14], electric force microscopy (EFM) [15�17] and
conductive atomic force microscopy (C-AFM) [16] experiments, but the
EFM and C-AFM results indicate a composition for the Ag rich phase that
is not constant along a given tie-line. We note that two Tg values were
also found in MDSC work on samples of composition Ge0.15Se0.85−yAgy
with 0 ≤ y ≤ 0.20 [53]. Multiple glass transitions were not, however, seen
in DSC work on Agy(Ge0.25Se0.75)1−y glasses [8, 11, 54] or in DSC work
on glassy Ag0.33(Ge0.2537Se0.7463)0.67 (i.e. Ag33Ge17Se50) [55].
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In the present work, the glass composition can be written as Ag0.077(Ge0.23Se0.77)0.923,
i.e. Ge0.23Se0.77 can be considered to be a base glass to which Ag is added.
It is therefore of interest to consider the structure of the pure base-glass,
which has been investigated by neutron di�raction [39], in order to deter-
mine the e�ect of Ag on its structure. If the �rst peak in the measured
G(r) function for glassy Ge0.23Se0.77 is interpreted in the same way as for
the Ag-Ge-Se glass (see Section 4), i.e. if it is assumed that it has contribu-
tions solely from Ge-Se and Se-Se correlations with a coordination num-
ber n̄Se

Ge = 4, then a Se-Se coordination number n̄Se
Se = 0.81(4) is obtained,

which is in accord with the value n̄Se
Se = 0.805 expected for a chemically

ordered continuous random network model [45]. For glassy Ge0.23Se0.77,
it is also possible to exploit the similarity between the coherent neutron
scattering lengths of Ge and Se of natural isotopic abundance to calculate
the Bhatia-Thornton [56] number-number partial pair-distribution func-
tion

gNN(r) ≡ c2GegGeGe(r) + 2cGecSegGeSe(r) + c2SegSeSe(r) (7)

≃ [G(r)−G(r → 0)] / ⟨b⟩2

where the mean coherent scattering length ⟨b⟩ = (cGebGe + cSebSe) / (cGe + cSe)

and G(0) = −⟨b⟩2. This function describes the topological ordering in the
glass [57], and its integration gives an overall mean coordination number
n̄ = 4πρ

∫ rj
ri

dr r2 gNN (r) which does not depend on any assumption about
the chemical ordering [45]. This coordination number can be expressed
as (Appendix A)

n̄ =
cGe

cGe + cSe
n̄Ge +

cSe
cGe + cSe

n̄Se, (8)

where the mean Ge coordination number n̄Ge = n̄Ge
Ge + n̄Se

Ge, the mean Se
coordination number n̄Se = n̄Se

Se + n̄Ge
Se , and it follows from Equation 3

that n̄Ge
Se = (cGe/cSe) n̄

Se
Ge . The neutron di�raction results for glassy

Ge0.23Se0.77 [39] give n̄ = 2.46(1), in full accord with the value n̄ = 2.46
expected on the basis of the `8-N' rule for which n̄Ge = 4 and n̄Se = 2.
The values of n̄Se

Ge = 4 and n̄Se
Se = 0.81(4) found by assuming a chem-

ically ordered network are also consistent with the `8-N' rule, i.e. their
substitution into Equation 8 gives n̄ = 2.46(3).

For Ag0.077(Ge0.23Se0.77)0.923 glass, the �rst peaks in G(r) and ∆G(r)
both yield coordination numbers of n̄Se

Se = 0.81(4) with n̄Se
Ge = 4 that are

in agreement with the results found for the base glass. These values, when
substituted into Equation 8, also give n̄ = 2.46(3), which is consistent with
the `8-N' rule. A scenario where Ge and Se atoms remain 4-fold and 2-fold
coordinated to other matrix atoms, respectively, is not, however, expected:
The measured ∆GAg(r) function (Figure 5(a)) shows the presence of Ag-
Se nearest-neighbours, i.e. Ag is expected to displace Ge or Se as the
nearest-neighbour atoms to Se. This substitution will reduce from two the
number of matrix atoms surrounding Se and will hence lead to an n̄ value
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that is lower than expected on the basis of the `8-N' rule. An explanation
may lie with a propensity for Ag to form dative bonds with Se lone-pair
electrons, as in Kastner's model where Ag will form one covalent bond with
Se and up to three dative bonds to Se where each Se atom donates both of
its lone-pair electrons to that bond [18, 22, 58]. In this case, the addition
of a small amount of Ag to a base Ge-Se glass will result in a relatively
small change to the Se-µ coordination number, thus making changes to n̄
small and di�cult to observe. As shown in Appendix B, if the addition
of Ag breaks preferentially the Se-Se homopolar bonds of a Se-rich Ge-Se
base glass then, for the case of glassy Ag0.077(Ge0.23Se0.77)0.923, the mean
Se-µ coordination number will reduce from n̄Se = 2 to n̄Se = 1.892 such
that there will be a ≃ 3% reduction in the mean µ-µ′ coordination number
from n̄ = 2.46 to n̄ = 2.377.

6 Conclusions

The structure and thermal properties of the chalcogenide glass Ag0.077Ge0.212Se0.711
were measured by using neutron di�raction with silver isotope substitu-
tion and MDSC, respectively. Two glass transition temperatures were
found along with an increase in intensity of ∆FAg(q) at low q-values, ob-
servations that support a phase separation of the material into silver-rich
and silver-poor phases as reported for similar Ag-Ge-Se glasses from sur-
face microscopy experiments. The addition of silver to the Ge0.23Se0.77
base glass does not appear to alter signi�cantly the local structure of this
glass at the pair-correlation function level. This observation suggests that
Ag interacts predominantly with the Se lone-pair electrons.
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Appendix A

Equation 8 corresponds to the overall mean coordination number of just
the matrix atoms in a ternary system such as Ag-Ge-Se, i.e.

n̄ =
NGe

NGe +NSe
n̄Ge +

NSe

NGe +NSe
n̄Se (9)

=
cGe

cGe + cSe
n̄Ge +

cSe
cGe + cSe

n̄Se
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where Nα (α = Ge or Se) is the total number of α-type atoms in the
material. For a two component Ge-Se system, cGe+cSe = 1 and Equation 9
reduces to the usual expression [45]

n̄ = cGen̄Ge + cSen̄Se. (10)

For a ternary system such as Agy(GexSe1−x)1−y it follows that cGe+cSe ̸=
1. Nevertheless, cGe/ (cGe + cSe) = x and cSe/ (cGe + cSe) = 1 − x such
that Equation 9 will give the expected value of n̄ in the limit of complete
phase separation of the material into Ag and base Ge-Se glass.

Appendix B

Consider a chemically ordered network model for a GexSe1−x glass (0 ≤
x ≤ 1) containing NGe Ge atoms and NSe Se atoms in which the bonding
follows the `8-N' rule, i.e. the coordination number of Ge ZGe = 4 and
the coordination number of Se ZSe = 2. Let the glass have a Se-rich
composition 0 ≤ x < 1/3 such that n̄Ge

Ge = 0. In the limit when x = 0,
Se atoms will be bound solely to other Se atoms and the number of Se-Se
bonds is given byNSeSe = NSeZSe/2, where the factor of two avoids double
counting. If x is then increased, NGeZGe/2 Se-Se bonds will be broken by
the formation of NGeZGe Ge-Se bonds, thus reducing the number of Se-Se
bonds to NSeSe = NSeZSe/2−NGeZGe/2. Then the mean Ge coordination
number n̄Ge = n̄Se

Ge = ZGe, the coordination number of Ge around Se
n̄Ge
Se = xn̄Se

Ge/(1−x) from the de�nition given by Equation 3, and the Se-Se
coordination number n̄Se

Se = 2NSeSe/NSe. Hence, the mean Se coordination
number n̄Se = n̄Se

Se + n̄Ge
Se = ZSe, and Equation 8 can be re-written as

n̄ = xZGe + (1− x)ZSe.
Let monovalent metal M atoms be added to this Se-rich Ge-Se base

glass. The model of Kastner [58] predicts that each M atom will be
four-fold coordinated by Se atoms when the covalent contribution to the
bonding is signi�cant and electronic d states are not involved. One of
these M-Se bonds is formed by using the valence electron from M and
a valence electron from Se, and the other three M-Se bonds are dative,
using the lone pair electrons on three other Se atoms. This bonding
scheme results in a single two-fold coordinated Se atom and three three-
fold coordinated Se atoms, respectively. Let's assume that the M atoms
break preferentially the homopolar Se-Se bonds. Then the addition of two
M atoms will break a Se-Se bond to give two M-Se bonds, so the addition
of NM M atoms will lead to a reduction in the number of Se-Se bonds
to NSeSe = NSeZSe/2 −NGeZGe/2 −NM/2, resulting in a reduced Se-Se
coordination number n̄Se

Se = 2NSeSe/NSe = ZSe−NGeZGe/NSe−NM/NSe.
If the composition of the modi�ed glass is written as My(GexSe1−x)1−y

where 0 ≤ x ≤ 1 and 0 ≤ y ≤ 1, then the ratio of NM : NGe : NSe is given
by y : x(1−y) : (1−x)(1−y) and n̄Ge

Se = xn̄Se
Ge/(1−x). It follows that the

mean Se-µ coordination number for the modi�ed glass can be expressed

11



as n̄Se = ZSe− (NM/NSe) = ZSe− [y/(1− x)(1− y)] such that Equation 8
can be re-written as

n̄ = xZGe + (1− x)

[
ZSe −

y

(1− x)(1− y)

]
, (11)

where ZGe = 4 and ZSe = 2. For the case of glassy Ag0.077(Ge0.23Se0.77)0.923,
the mean Se-µ coordination number n̄Se = 1.892 and the mean µ-µ′ co-
ordination number n̄ = 2.377. The latter compares to an `8-N' rule value
of n̄ = 2.46, i.e. the formation of dative bonds according to the model of
Kastner [58] leads to only a ≃ 3% reduction in n̄.

We note that d states may play an important role in the bonding in
Ag(I) glasses. For example, an investigation of the relative stability of
three-fold versus four-fold coordination complexes using a molecular or-
bital approach suggests that the lower-coordination-number conformation
can be stabilized over the regular tetrahedral arrangement if there is a dis-
tortion via a second-order Jahn-Teller e�ect wherein the d orbitals of the
occupied outer shell are mixed with the s orbitals of the valence shell [59].

References

[1] Azoulay R., Thibierge H. and Brenac A., Devitri�cation characteristics
of GexSe1−x glasses, J. Non-Cryst. Solids, 18, 1975, pp. 33�53.

[2] Borisova Z. U., Glassy Semiconductors, Plenum Press, New York,
1981.

[3] Phillips J. C., Topology of covalent non-crystalline solids I: Short-
range order in chalcogenide alloys, J. Non-Cryst. Solids, 34, 1979,
pp. 153�181.

[4] Thorpe M. F., Continuous deformations in random networks, J. Non-
Cryst. Solids, 57, 1983, pp. 355�370.

[5] Sartbaeva A., Wells S. A., Huerta A. and Thorpe M. F., Local struc-
tural variability and the intermediate phase window in network glasses,
Phys. Rev. B, 75, 2007, pp. 224204-1�224204-10.

[6] Gupta P. K. and Mauro J. C., Composition dependence of glass tran-
sition temperature and fragility. I. A topological model incorporat-
ing temperature-dependent constraints, J. Chem. Phys., 130, 2009,
pp. 094503-1�094503-8.

[7] Borisova Z. U., Rykova T. S., Turkina E. Yu. and Tabolin A. R.,
Reaction and vitri�cation in the Ag-Ge-Se system, Inorganic Mater.,
20, 1985, pp. 1558�1562.

12



[8] Kawasaki M., Kawamura J., Nakamura Y. and Aniya M., Ionic con-
ductivity of Agx(GeSe3)1−x glasses, Sol. State Ionics, 123, 1999,
pp. 259�269.

[9] Mirandou M., Fontana M. and Arcondo B., DC conductivity of
GeSeAg glasses at room temperature, J. Mater. Proc. Techn., 143�
144, 2003, pp. 420�424.

[10] Ureña M. A., Piarristeguy A. A., Fontana M. and Arcondo B., Ionic
conductivity (Ag+) in AgGeSe glasses, Sol. State Ionics, 176, 2005,
pp. 505�512.

[11] Arcondo B., Ureña M. A., Piarristeguy A., Pradel A. and Fontana M.,
Homogeneous-inhomogeneous models of Agx(Ge0.25Se0.75)100−x bulk
glasses, Physica B, 389, 2007, pp. 77�82.

[12] Piarristeguy A., Conde Garrido J. M., Ureña M. A., Fontana
M. and Arcondo B., Conductivity percolation transition of
Agx(Ge0.25Se0.75)100−x glasses, J. Non-Cryst. Solids, 353, 2007,
pp. 3314�3317.

[13] Ureña M. A., Fontana M., Piarristeguy A. and Arcondo B., AgGeSe-
based bulk glasses: A survey of their fundamental properties, J. Alloys
Comp., 495, 2010, pp. 305�308.

[14] Arcondo B., Ureña M. A., Piarristeguy A., Pradel A. and Fontana
M., Nanoscale intrinsic heterogeneities in Ag-Ge-Se glasses and their
correlation with physical properties, Appl. Surface Sci., 254, 2007,
pp. 321�324.

[15] Piarristeguy A., Ramonda M., Ureña M. A., Pradel A. and Ribes
M., Phase separation in Ag-Ge-Se glasses, J. Non-Cryst. Solids, 353,
2007, pp. 1261�1263.

[16] Piarristeguy A., Ramonda M., Frolet N., Ribes M. and Pradel A.,
High resolution electrical characterisation of Ag-conducting heteroge-
neous chalcogenide glasses, Sol. State Ionics, 181, 2010, pp. 1205�1208.

[17] Piarristeguy A. A., Ramonda M. and Pradel A., Local electrical char-
acterization of Ag conducting chalcogenide glasses using electric force
microscopy, J. Non-Cryst. Solids, 356, 2010, pp. 2402�2405.

[18] Fischer-Colbrie A., Bienenstock A., Fuoss P. H. and Marcus M. A.,
Structure and bonding in photodi�used amorphous Ag-GeSe2 thin
�lms, Phys. Rev. B, 38, 1988, pp. 12388�12403.

[19] Westwood J. D., Georgopoulos P. and Whitmore D. H., Structure
of glassy fast ion conductors: Di�erential anomalous X-ray scattering
study of a Ag-Ge-Se glass using synchrotron radiation, J. Non-Cryst.
Solids, 107, 1988, pp. 88�100.

13



[20] Westwood J. D. and Georgopoulos P., A maximum entropy method
of determining the partial distribution functions of multicomponent
amorphous materials, J. Non-Cryst. Solids, 108, 1989, pp. 169�179.

[21] Dejus R. J., Susman S., Volin K. J., Price D. L. and Montague D.
G., The structure of silver/germanium/selenium glass, J. Non-Cryst.
Solids, 106, 1988, pp. 34�37.

[22] Dejus R. J., Susman S., Volin K. J., Montague D. G. and Price D.
L., Structure of vitreous Ag-Ge-Se, J. Non-Cryst. Solids, 143, 1992,
pp. 162�180.

[23] Iyetomi H., Vashishta P. and Kalia R. K., Incipient phase separation
in Ag/Ge/Se glasses: Clustering of Ag atoms, J. Non-Cryst. Solids,
262, 2000, pp. 135�142.
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Figure 1: Glass formation in the Ag-Ge-Se system, as adapted from
Borisova et al. [7], where glass forming compositions are identi�ed by �lled
circles (•) and compositions showing partial crystallinity are identi�ed
by open triangles (△). The broken and chained (green) curves show the
Agy(Ge0.2Se0.8)1−y and Agy(Ge0.25Se0.75)1−y tie-lines, respectively, and
the (green) squares � on these tie-lines mark the compositions at which
the glass becomes a fast-ion conductor with increasing Ag content [14].
Scanning electron microscope images show composition-dependent phase-
separation on the scale of ≈ 160 nm�2 µm for the x = 0.20 tie-line and
on the scale of ≈ 110 nm�0.7 µm for the x = 0.25 tie-line [14]. The (red)
cross × identi�es the composition studied in the present work.
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Figure 2: The measured total structure factors F (q) for
Ag0.077Ge0.212Se0.711 glass. The points with vertical (black) error
bars show the measured data sets, and the solid (red) curves show the
back-Fourier transforms of the corresponding G(r) functions given by
the solid curves in Figure 3. The error bars are smaller than the line
thickness at most q values.
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Figure 3: The measured total pair-distribution functions G(r) for
Ag0.077Ge0.212Se0.711 glass. The solid curves show the Fourier transforms
of the measured data sets given in Figure 2 after the unphysical oscilla-
tions at r-values smaller than the distance of closest approach between
two atoms are set to the theoretical G(r → 0) limit. The broken curves
show the extent of these oscillations.
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Figure 4: The measured di�erence functions (a) ∆FAg(q) and (b) ∆F (q)
for Ag0.077Ge0.212Se0.711 glass. The points with vertical (black) error bars
show the measured data sets, and the solid (red) curves show the back-
Fourier transforms of the corresponding ∆GAg(r) and ∆G(r) functions
given by the solid curves in Figure 5. In (b) the error bars are smaller
than the line thickness at most q values.
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Figure 5: The measured di�erence functions (a) ∆GAg(r) and (b) ∆G(r)
for Ag0.077Ge0.212Se0.711 glass. The solid (black) curves show the Fourier
transforms of the data sets given in Figure 4 after the unphysical oscil-
lations at r-values smaller than the distance of closest approach between
two atoms are set to the theoretical (a) ∆GAg(r → 0) or (b) ∆G(r → 0)
limit. The broken curves show the extent of these oscillations. In (a)
the thin solid (blue) curves give the Gaussian functions that were �tted
to the data, and the solid (red) curve is the sum of these Gaussians. In
(b) the inset shows the �t (solid light (red) curve) of the �rst peak in
∆D(r) (solid dark (black) curve) to a sum of two Gaussian functions rep-
resenting the Ge-Se (broken dark (blue) curve) and Se-Se (broken light
(green) curve) correlations, each convoluted with the Fourier transform of
the modi�cation function M(q).
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