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The rhenium-based transition metal dichalcogenides (TMDs) are atypical of the TMD family due
to their highly anisotropic crystalline structure and are recognized as promising materials for two
dimensional heterostructure devices. The nature of the band gap (direct or indirect) for bulk, few
and single layer forms of ReS2 is of particular interest, due to its comparatively weak inter-planar
interaction. However, the degree of inter-layer interaction and the question of whether a transition
from indirect to direct gap is observed on reducing thickness (as in other TMDs) are controversial.
We present a direct determination of the valence band structure of bulk ReS2 using high resolution
angle resolved photoemission spectroscopy (ARPES). We find a clear in-plane anisotropy due to
the presence of chains of Re atoms, with a strongly directional effective mass which is larger in the
direction orthogonal to the Re chains (2.2 me) than along them (1.6 me). An appreciable inter-plane
interaction results in an experimentally-measured difference of ≈100-200 meV between the valence
band maxima at the Z point (0,0, 1

2
) and the Γ point (0,0,0) of the three-dimensional Brillouin zone.

This leads to a direct gap at Z and a close-lying but larger gap at Γ, implying that bulk ReS2

is marginally indirect. This may account for recent conflicting transport and photoluminescence
measurements and the resulting uncertainty about the nature of the band gap in this material.

I. INTRODUCTION

The transition metal dichalcogenides (TMDs) are a
class of material that can form thin sheets down to a
single monolayer, analogous to to graphene but consist-
ing of compound semiconducting materials rather than a
single atomic species. It is these semiconducting proper-
ties that have attracted considerable recent interest with
regard to fabricating and controlling new devices from
stacked two-dimensional (2D) layered materials, the van
der Waals heterostructures[1]. The fundamental proper-
ties of other TMD materials such as MoS2 and WS2 have
been intensively studied in recent years [2–4] with a view
towards creating novel electro-optic devices [5].

Of these materials ReS2 is of particular interest due
to several properties. Its optical [6, 7] and electrical
transport properties are highly anistropic, in particular
with higher mobility in certain in-plane crystallograpic
directions as determined by electrical measurements us-
ing bulk-like flakes, [8, 9] making it an interesting mate-
rial for the fabrication of FETs and polarization-sensitive
photodetectors [8, 10, 11]. In this context, ReS2 has the
advantage of being stable under ambient conditions, un-
like some similar 2D materials [12]. Next, spin-orbit cou-
pling is important in ReS2 though the presence of inver-
sion symmetry means that spin-orbit splitting in unper-
turbed layers of any thickness is zero and may be manip-
ulated via doping or gating. Finally, unlike many other
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TMD materials [13, 14] it has been proposed there is
no transition from indirect to direct band gap with re-
duced thickness, meaning that the distinction between
mono- and few-layer structures is not crucial for device
concepts[15]. If true, this could be advantageous in terms
of building efficient optical devices.

Figure 1(a) shows a schematic model of the atomic
structure of ReS2 with the lattice vector directions a ,b
and c indicated. Here a lies in the direction of the Re
chains and b at about 120◦ to them. This structure has
been confirmed experimentally by scanning probe mi-
croscopy studies [16], indirectly by Raman spectroscopy
[15, 17] and by single crystal x-ray diffraction by Lam-
fers et al. [18] with a triclinic structure and in-plane
lattice parameters a=6.352 and b=6.446 Å. The question
of whether the unit cell contains one or two layers stacked
along the out-of-plane c axis has been resolved in favor of
a single layer, giving four formula units per unit cell[19]
with c = 6.403 Å to 6.461 Å[20].

In performing the ARPES measurements we effectively
probe the projection of the k-points in the 3D Brillouin
zone (BZ) of the material onto a quasi-2D flat plane
(kz=constant; the value of kz is determined by the choice
of excitation photon energy). This is exemplified in
Fig. 1(b) for points in the full 3D BZ in a plane pass-
ing through the Γ point (shaded yellow), which are pro-
jected onto the measurement plane to produce a quasi-2D
Brillouin zone in kx, ky. This quasi-BZ is shown at the
bottom of Fig. 1(b) and is an irregular hexagon centered
on Λ. Here we show the projection of the lattice vec-
tors a∗ and b∗ onto the measurement plane as a† and
b†. If the bulk material were thinned to a 2D mono-
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FIG. 1. The atomic structure of ReS2: (a) Re atoms in blue
and S in yellow with the unit cell shown by the vectors a , b,
c. Chains of Re atoms run along the in-plane vector taken
here as a , with the second in-plane vector b at about 120◦ to
the chain direction. (b) The conventional triclinic Brillouin
zone of ReS2, showing the reciprocal lattice vectors a∗, b∗

and c∗, with the latter passing through the labeled Γ and Z
points along the direction Λ. Two planes which pass through
Γ (the Γ plane) and Z (the Z plane) and other high symmetry
points are shaded; in our ARPES experiments, we effectively
measure a projection of the 3D Brillouin zone onto the plane
kz=constant. This is shown schematically at the bottom of
(b) by the irregular hexagon which is the projection of the
Γ plane. a† and b† represent the projections of the recipro-
cal lattice vectors in the kz=constant plane, K, M are the
kz=constant projections of their respective high symmetry
points, and and Λ is the projection of the general point Λ.

layer, this quasi-BZ would ultimately represent a good
approximation to the 2D BZ as used in other work, for
example Tongay et al. [15] to calculate the properties of
monolayer ReS2. We label directions M and K follow-
ing this and other work and in order to show the direc-
tion of measurement of the ARPES data. It is necessary
to distinguish between directions M1..M3 and K1..K3

since, in this triclinic material, none of these are related
by symmetry. The directions b∗ and b† are orthogonal
to the real space vector a , so that directions M1 and
K2 are exactly orthogonal and approximately parallel,
respectively, to the rhenium chains of ReS2.

Although electrical transport and optical absorption
measurements have given some indirect insight into the
ReS2 bandstructure, along with ab initio calculations of
the material properties [15, 21, 22], it is evident that gap
size as well as the direct or indirect character of the gap is
particularly sensitive to the details of any computational
model (for instance, the choice of pseudopotential, and
whether spin-orbit coupling is included). Consequently,
the direct, accurate determination of the electronic band-
structure is necessary and timely. This is a task for which
angle resolved photoemission spectroscopy (ARPES) is
ideally suited. However, two primary difficulties exist
in performing these measurements: they must be per-
formed on a clean surface, ideally a crystal cleaved under

ultra-high vacuum conditions, and the crystal facets of
the material must be larger than the spot size of the X-
ray beam in order to obtain clear, monocrystalline data.
Recent advances in TMD handling and advances towards
micro and nano-ARPES systems with beam sizes on the
100 nm scale mean these problems can now be overcome.

In this work we present the main results of our di-
rect determination of the valence bandstructure of bulk
ReS2 using nano-ARPES, mapping the photoemission in-
tensity in directions along and perpendicular to the Re
atomic chains of the material and measuring also con-
stant binding energy contours throughout large portions
of the full 3D Brillouin zone. Our findings show the ef-
fect of the in-plane anisotropy on the electronic disper-
sions and the van der Waals interactions between planes,
revealing the electronic dispersion perpendicular to the
constitutive layers. Most importantly, we also have found
significant differences between the electronic structure at
the valence band maxima at the Z (0,0, 12 ) and the Γ
(0,0,0) points. We find there is a high-lying valence band
maximum at the Z point moving to a lower-lying one at
Γ, in agreement with our calculated band structure. In
conjunction with our calculated conduction band min-
ima, this implies a direct band gap at the Z point with
an indirect gap at or near the Γ point. All these observa-
tions together provide an explanation for the anisotropy
observed in electrical and optical measurements and the
uncertainty regarding the direct or indirect nature of the
ReS2 band gap.

II. METHODS

Samples were commercially grown via Bridgman sin-
gle crystal growth by 2D Semiconductors USA and were
confirmed 99.9995% pure using secondary ion mass spec-
trometry. We performed prior studies on the crystals us-
ing Raman spectroscopy in order to confirm their phase
and high crystal quality[23].

Nano-ARPES measurements were performed using the
k-microscope at the ANTARES beamline at the Soleil
synchrotron, Paris, with a spot size of 100 nm. At a pho-
ton energy of 100 eV, this beamline has an angular resolu-
tion of ∼0.2◦ and an energy resolution of ∼10 meV. The
advantage of the nano-ARPES technique for the study of
ReS2 is that the X-ray beam spot size is smaller than the
size of the crystallites (generally a few microns to tens
of microns, as determined by optical microscopy), ensur-
ing that the measured dispersion is obtained only from
a single facet, which is important due to the high degree
of direction-dependent anisotropy in the band structure.
The samples were prepared by cleaving in-situ under
UHV conditions (pressure < 1 × 10−10 mbar). A nano-
positioning system was used to locate clean and flat areas
of the sample with maximum ARPES intensity with mea-
surements performed at photon energies from 95-180 eV.
The sample was rear-cooled using liquid nitrogen to ap-
proximately 100 K in order to reduce thermal noise.
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FIG. 2. Side (a) and normal (b) view of the ReS2 structure; (c) constant energy surfaces going down in the valence band from
1.5 eV to 1.9 eV below the Fermi energy EF and centered at the Λ point as discussed in the text. Significant asymmetry is
observed between the direction a along the chains (which are parallel to ky) and that perpendicular to them (kx, or b†). The
maximum of the valence band (VBM) for this value of kz (see text) appears at Λ.

DFT calculations were performed using the Quantum
Espresso package [24] to perform structural relaxation
and obtain total energy and bandstructure simulations.
We focus here on results obtained using a non-relativistic
Perdew Burke Ernzerhof (PBE) generalised gradient ap-
proximation (GGA) exchange-correlation functional[25]
but we also explored the use of a fully-relativistic
Perdew Zunger (PZ) local density approximation (LDA)
functional[26] with projector augmented wave (PAW)
pseudopotentials generated by QE and PSLibrary46.
The GGA and LDA results are compared to the exper-
imental data in the Supplemental material, Figures S1
and S2 respectively [27]. The valence of Re was taken
as 15 (configuration 5s25p65d56s2). Kinetic energy cut-
offs were 70 Ry (816 eV) and Monkhorst-Pack k-point
meshes of 12 × 12 × 12 were used with a single 12-atom
unit cell.

III. RESULTS

First, we consider how the observed constant energy
maps in the kz =constant plane reflect the crystal sym-
metry; Fig. 2 shows views of the crystal structure looking
along the a and parallel to the c directions respectively.

In Fig. 2(c), we show a constant energy surface plot of
the ARPES signal intensity probing a set of binding en-
ergies Eb moving downwards in energy from the Fermi
energy (EF ) and recorded by illuminating the samples
with photons of energy hν = 100 eV. This excitation en-
ergy was chosen since it gives the optimum transmission
of the zone plate used to focus the excitation beam. As
we shall see below, this excitation energy means that the
plane probed intersects the c∗ axis at a point lying on
the line Γ-Z. Following the notation of Fig. 1(b), we label
a general point of this type as Λ; this point is the origin
(kx = ky = 0) of the 2D quasi-Brillouin zone, and thus is
the origin of the binding energy contour plots for a given
excitation energy.

Using a gold sample in situ in the ARPES system,
the Fermi edge of its density of states was precisely de-
termined; this experimental Fermi energy is shared by
the ReS2 sample as they have a common ground poten-
tial. We find that the Fermi level of the semiconduc-
tor sample is 1.5 eV above the valence band maximum,
putting a lower bound on the single-particle band gap of
1.5 eV (unoccupied bands are not recorded by ARPES,
so the conduction band minimum was not recorded here).
This value is close to the lowest-lying excitonic band gap
of Eex

1 = 1.55 eV recorded at the same temperature
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FIG. 3. (a) shows the constant energy surface in the valence band at 1.5 eV below the Fermi energy EE as shown in Fig. 2(c)
with the labels of the high symmetry points projected onto the (kx,ky) plane. Panels (b) and (c) show high resolution ARPES
plots recorded using an excitation photon energy of hν = 100 eV along the six inequivalent K′-Λ-K and M ′-Λ-M directions.

(100 K) [28], showing the n-type character of our ma-
terial. The doping state of ReS2 is dependent on the
details of the crystal growth with p-type material also
being possible depending on the vapor transport method
used[6, 29]. Consequently, the ARPES constant energy
plots of Fig. 2(c) can be labeled at this local maximum
of the valence band with binding energies of 1.5 eV, 1.7
eV and 1.9 eV below the Fermi level.

The plots of Fig. 2(c) clearly indicate a “wavy” shape
of the contours related to the in-plane chains of Re atoms
sketched in Fig. 2(b). This implies a marked differ-
ence between the dispersion in the direction along the
Re chains and that perpendicular to them, with a more
abrupt drop in the valence band energy along the chains.
Such anisotropy directly affects the effective mass and
hence the mobility in the two perpendicular directions.
This aspect will be studied in detail below, where we
obtain representative effective masses in both directions
from our ARPES data. However, it is important to note
that this in-plane anisotropy is not exclusive to these
two directions. Fig. 3 indicates that the band structure
along different M ′-Λ-M directions is dissimilar, confirm-

ing that the in-plane anisotropy is not restricted to the
directions along and perpendicular to the chains of Re
atoms. The same remark can be made about the elec-
tronic dispersions along the K ′-Λ-K directions, which are
also not equivalent, even though the tops of the bands in
all directions are centered at the surface Λ projection,
as shown in Fig. 3(a). We distinguish in Fig. 3 between
points either side of Λ (e.g, M ′ and M) because there is
inversion symmetry only through the true Γ point and so
these pairs are not related by real reciprocal lattice vec-
tors. Indeed, it can be seen in some of the ARPES plots
of Fig. 3(b) and (c) that the dispersion is not exactly
symmetrical about Λ for this reason.

Thus far, we have measured the bands only at an ar-
bitrary point along c∗ (corresponding to the excitation
energy of 100 eV) and this limits our analysis. Conse-
quently, it is important to probe the limits of the 3D Bril-
louin zone, at the Γ and Z points. This can be achieved
in ARPES by varying the excitation photon energy; the
systematic study of the energy dependence of the ARPES
signals allows the mapping of the whole ReS2 3D BZ and
a precise analysis then provides the exact location of the
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FIG. 4. (a) 3D ARPES intensity plots along the kz, ky versus
binding energy EB . The kz periodicity shows that at photon
energies of 131 eV and 111 eV, the ARPES mapping probe
planes containing the Γ and the Z symmetry points, respec-
tively. From this experimental determination we have esti-
mated the inner potential Vin = 16±2eV. (b) Second deriva-
tives of ARPES intensity taken at Z and Γ along the K2 and
M1 directions. In both cases, we see a sharper peak at Z,
compared to the flatter bands in Γ, particularly in the M1

direction perpendicular to the Re chains. We see a difference
in energy between the top of the valence band at Z and that
at Γ of approximately 150-200 meV.

planes intersecting the Γ and Z points of the ReS2 3D
Brillouin zone, defined in Fig. 1(b). In brief, in order to
obtain experimentally the perpendicular dispersion of the
bands, ARPES plots are recorded systematically by vary-
ing kz, scanning through the Γ point at kz=0 and the Z
point at kz = |c∗|/2. Figure 4(a) depicts the out-of-plane
dispersion of the bands (that is, along kz), obtained as
the incident photon energy is varied. The results plot-
ted in Fig. 4(a) demonstrate that photon energies of 131
eV and 111 eV correspond to the Γ and Z points respec-
tively, consistent with initial electron state momenta that
are integer and half-integer multiples of |c∗| = 1.03 Å−1,
if we assume a value of the inner potential for ReS2 of
Vin = 16 ± 2eV. This potential is conventionally used
to represent the effects of the non-conservation of pho-
toelectron momentum normal to the emitting surface[30]
and the value we obtain is consistent with those of the
similar TMDs WSe2 and ReSe2[31, 32].

Figure 4(b) shows plots of the the second derivative
of the dispersion for the two most representative direc-
tions, along kx and ky (M1 and K2) with excitation en-
ergies selected from the dataset of Figure 4(a) so that
the selected planes pass through the Z and Γ symme-
try points (upper and lower panels respectively). The
in-plane anisotropy of the dispersions along the kx and
ky directions is very noticeable. Interestingly, a distinct
inequivalence between the electronic band dispersion at
Z and Γ points is also observed. A typical, very flat top
to the valence band appears for M ′1-Γ-M1, while more
dispersive bands characterize the VBM at the Z point.
We find that the binding energy of the VBM at the Z
point is lower than at Γ with a difference of 100-200 meV.
The 3D plot of the same data in kx and ky versus EB

shows a clear, single peak in the valence band at Z, as
might be characteristic of a direct bandgap transition at
this point. In previous recent indirect measurements and
ab inito calculations, a direct bandgap at Γ had been
proposed[15, 33] though no calculations of the valence
band throughout the whole Brillouin zone have been re-
ported.

To determine quantitatively some key details of the
electronic structure of ReS2, Figure 5 shows the ARPES
intensity recorded along K ′2-Z-K2 and M ′1-Z-M1 di-
rections. Despite the low symmetry in the plane, the
band dispersions are approximately symmetric about the
Z point, as Fig. 5(a)-(c) show. The fitted parabolae (dot-
ted black lines in Fig. 5(b) allow a precise estimation of
the degree of in-plane anisotropy in the valence band.
Here, effective valence band masses of 1.6±0.3 me and
2.2±0.7 me (where me is the free electron mass) have
been directly determined along and perpendicular to the
Re atomic chains respectively (in the Supplemental ma-
terial, Figure S1, we show fits bracketing the values above
superimposed on the experimental data [27]). These val-
ues lie in the typical range for TMD materials [34].

Recently, the electrical transport properties of n-type
field effect transistor devices have been reported to be
strongly anisotropic [8, 35, 36], and the conduction band
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FIG. 5. a) ARPES plots along the K′2-Z-K2 and M ′1-Z-M1 directions are plotted together in (b) with the second derivative
ARPES bands and the fitting curves determining the effective mass in both directions. (c) the 3D valence band dispersion
along the kx and ky directions.

electron mobility was found to be about three times
larger along the rhenium chains compared to the di-
rection perpendicular to them [8]. In the Supplemen-
tal material, Figure S4, we give the conduction band ef-
fective masses derived from DFT calculations, which re-
flect this anisotropy [27]. The valence band masses given
above would also lead to a similar degree of anisotropy in
the hole mobility even if all other parameters determin-
ing the phonon-limited mobility (deformation potential
constant, elastic modulus) were isotropic. However, no
electrical measurements of hole mobility in ReS2 are yet
available for comparison.

To aid in interpretation of the data, we performed sim-
ulations of the present data using DFT calculations using
parameters detailed in the Method section; some results
are shown in Figure 6. We obtain qualitative agreement
with the experimental data in both the K2 and M1 di-
rections, with the calculations matching the uppermost
experimental bands best for K2-Z and worst for M1-Γ.
To facilitate comparison of these simulations to exper-
iment, figures S1 and S2 of the Supplemental material
show the simulations superimposed on the ARPES data
for calculations using both the PBE functional (as shown
in Figure 6; Fig. S1) and a fully relativistic LDA func-
tional (Fig. S2) [27].

Importantly, in both cases we replicate the anisotropy
observed in experiment with respect to the Re chain di-
rection. As an example, we focus on the dispersion along
K ′2-Γ-K2, Fig. 6(a), where the highest energy valence
band has a strongly peaked and approximately parabolic
form whilst the next valence band down in energy has a
distinctive double-peak structure; this is exactly as found
in experiment, as shown in Figs. 4(b) and 5(b). In these
simulations, we did not take into account the slight curva-
ture of the plane in k-space probed in ARPES that arises
from the non-conservation of kz[32]; for these rather high
excitation energies, we expect that this does not intro-
duce a significant error but it may affect the comparison
to experiment particularly for bands deeper in the va-
lence band.

Based on these simulations of the experimental data we
used DFT to calculate the full band structure of the ma-
terial including the lowest-lying conduction band states.
Here, both PBE (GGA) and fully relativistic PZ (LDA)
functionals were used in order to estimate the effects of
spin-orbit coupling due to the high atomic number of rhe-
nium. The results are qualitatively similar apart from
the well-known underestimation of the band gap in the
LDA, and so we focus here on the PBE (GGA) func-
tional as used to produce the results shown in Fig. 6.
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FIG. 6. Calculations of the valence bands measured by
ARPES in Figure 4 along the directions: a) K′2-Z-K2; b)
K′2-Γ-K2; c) M ′1-Z-M1; d) M ′1-Γ-M1 by DFT using a PBE
functional (parameters given in method), showing the same
anisotropy with respect to the Re chain direction.

Figure 7(a) shows the calculated energy of the highest
energy VB and lowest energy CB states, with Fig. 7(b)
showing the absolute CB minimum (CBM) and VB max-
imum (VBM) energies (dashed) and the local CBM and
VBM values moving along the direction Γ to Z, that is,
as a function of kz. We performed a full 3D calculation
of the entire Brillouin zone in kx, ky and kz to obtain
this data. As noted above, conduction band effective
masses obtained from parabolic fits to the DFT data at
the Z point are given for the kx and ky directions in the
Supplemental material (Fig. S4) [27]. From our calcu-
lations, we also obtained the electronic density of states
for bulk ReS2 (Supplemental material, Figure S3) which
reproduces earlier calculations well [37, 38].

At Z we obtain an estimate of the zero-temperature
direct band gap as 1.525 eV. We note that a broad range
of experimental band gaps exist from previous work from
around 1.6eV [15] down to around 1.3eV[16, 28] (or lower
in defect-rich materials or if defect states are probed[39]).
In our calculations, the band gap value obtained by the
GGA is the most reliable and is in good agreement with
experimental values[28]. Interestingly, towards Γ we find
a transition to an indirect band gap. The conduction
band minimum remains at (kx,ky)=0 (bottom left panel

FIG. 7. Calculation of the valence band maximum (VB) and
conduction band minimum (CB) at Z and Γ using a PBE
functional. The calculations are performed in the shaded
planes of Figure 1(b) and here kx and ky are in units of the
reciprocal lattice vector a∗. We see a direct gap at Z with an
increasingly indirect gap towards Γ. (b) Calculation of the VB
maximum and CB minimum as a function of kz for all kx,ky
(solid line) and restricted to the Γ-Z direction kx=0,ky=0
(dashed line). We find the minimum indirect bandgap occurs
at around kz=0.18, lower in energy than the direct gap at Z.
We calculate again a similar change in the VB maximum from
Γ to Z as in experiment.

of Fig. 7a). We find the gap narrows at around kz=0.18
to lower energy (1.49 eV) than at Z, as indicated by the
arrow on Fig. 7(b). Moving from Z to Γ and calculating
at (kx,ky)=0 (solid line on Fig. 7) we observe the valence
band maximum to decrease by 125 meV for PBE (and
210meV for PZ). This is very similar to the 100-200 meV
drop in the valence band maximum from Z to Γ observed
experimentally and can be seen in Fig. 4.

This behavior may account for some of the uncertainty
in the literature regarding the direct or indirect gap na-
ture of bulk ReS2, with other groups reporting electrical
transport properties characteristic of indirect behavior in
bulk samples [28, 40] or PL peaks within this range close



8

to the direct transition[7], whilst one group found a di-
rect gap via electron energy loss spectroscopy of 1.42 eV
at room temperature [22] , consistent with the direct gap
at 100 K of ∼1.5 eV that we find [41]. Unlike here, pre-
vious calculations have often not considered the full bulk
BZ and have instead focused on 2D or quasi-2D sim-
ulations of ReS2 where calculations have predicted the
gap to be direct at the 2D Γ point [15] in the monolayer
form. As yet, only one brief study of ARPES measure-
ments has been reported on a 2D monolayer of ReS2 [11],
and an important next step in this field will be to investi-
gate few-layer structures in more detail. Use of a hybrid
functional may also enhance the quality of the calcula-
tions. To confirm fully the nature of the band gap in
the material it is necessary to measure the lowest states
of the conduction band (potentially through alkali metal
doping of the material). During the preparation of this
paper, two more reports of ARPES studies of ReS2 in
bulk and thin-layer forms appeared on arxiv (both now
published) which confirm the three-dimensional disper-
sion of the valence band structure [42] and, for the bulk
material, indicate via Rb-doping that the band extrema
are indeed located at Z as proposed above [43].

IV. CONCLUSIONS

In conclusion, we have performed ARPES measure-
ments on the transition metal dichalcogenide ReS2 in
its bulk form. The anisotropic curvature of the valence
band in directions perpendicular and parallel to the Re
atomic chains can account for the reported anisotropic
electrical properties (effective mass and mobility) of the
material. We find the valence band maximum at Z to

be higher in energy than that at Γ and we obtain good
agreement with DFT calculations of the band structure.
Our calculations for the electronic bands over the whole
bulk Brillouin zone predict a direct bandgap at Z and a
wider gap towards Γ with a small shift of 100-200 meV
in the valence band maximum between these two points.
This may account for uncertainty in the literature as to
the direct or indirect nature of the band gap in bulk
ReS2. Future work to measure the conduction band di-
rectly (for example by doping to move the Fermi level
into the conduction band) is required to investigate this
more fully and also to map out the band structure of
two-dimensional monolayer ReS2.
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