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The present paper is concerned with the piezoelectric properties and related parameters of the 

2–2-type parallel-connected composites wherein rotations of the main crystallographic axes in 

ferroelectric single-crystal components are analysed. The composite consists of layers of two types 

that are regularly arranged along the non-polar axis. The Type I layer is a single-domain 

0.63Pb(Mg1/3Nb2/3)O3–0.37PbTiO3 single crystal (either tetragonal in Composite I or 

orthorhombic in Composite II). The Type II layer is a Li2B4O7 single crystal / polyethylene medium 

with 0–3 connectivity. The composite as a whole is characterised by 2–0–2 connectivity, and the 

following parameters of the composite are studied by taking into account the polarisation 

orientation effect in the Type I layer and the microgeometry of the composite in the Type II layer: 

piezoelectric coefficients 
*

3 jd  and 
*

3 jg  and their hydrostatic analogs *

hd
 
and *

hg , hydrostatic squared 

figure of merit *

hd *

hg , and piezoelectric anisotropy factors *

33d  
/ *

32d  and *

33d  
/ *

32d . It is shown that 

large values of the studied piezoelectric coefficients, hydrostatic parameters and anisotropy 

factors make Composite II more preferable in comparison to Composite I for hydroacoustic, 

piezoelectric sensor and energy-harvesting applications.  

Keywords  Piezo-active composite based on relaxor-ferroelectric; Piezoelectric properties; 

Orientation effect; Hydrostatic parameters; Anisotropy factors   
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1. Introduction   

Single crystals (SCs) of relaxor-ferroelectric (1 – x)Pb(Mg1/3Nb2/3)O3–xPbTiO3 (PMN–xPT) are 

advanced piezoelectric materials that exhibit outstanding electromechanical properties [1, 2] near 

the morphotropic phase boundary. Large piezoelectric coefficients ijd  in these SCs are achieved 

at poling along specific crystallographic directions (e.g. [001], [011] or [111] in the perovskite 

unit-cell axes), due to the formation of domain-engineered structures and owing to intermediate 

phases of the ferroelectric nature [3, 4]. The PMN–xPT SCs are often regarded as highly 

effective components of modern piezo-active composites [5–8] that are suitable in 

hydroacoustic, piezoelectric sensor, transducer, and energy-harvesting applications. In the last 15 

years, full sets of electromechanical constants have been measured for about ten compositions of 

the poled PMN–xPT SCs being either single-domain [4, 9–11] or domain-engineered [3, 10, 12]. 

Among these compositions, of specific interest is the PMN–0.37PT SC for which two sets of 

electromechanical constants have been found at room temperature [4, 11]. According to work 

[11], the [001]-poled single-domain PMN–0.37PT SC is related to the tetragonal 4mm symmetry 

class, and the full set of electromechanical constants is shown in the 2nd column of Table 1. As 

is known from experimental results [4], at the electric field E || [011], the following phase 

sequence is observed: tetragonal (4mm symmetry) → monoclinic MC (m symmetry) → single-

domain orthorhombic (mm2 symmetry). Hereby the field-induced phase transitions on increasing 

E are observed at E  4 kV / cm (tetragonal → MC) and 6 kV / cm (MC → orthorhombic). The 

spontaneous polarisation vector Ps in the single-domain state is oriented as Ps || [001] (tetragonal 

phase) or Ps || [011] (orthorhombic phase). On decreasing E from its maximum value, the single-

domain orthorhombic phase is maintained at E  3.5 kV / cm. A further decrease in E from 3.5 

kV / cm to 0 kV / cm leads to the transition to the intermediate MC phase and then to a 

coexistence of the MC and tetragonal phases [4]. The full set of electromechanical constants of 

the single-domain PMN–0.37PT SC in the orthorhombic phase is given in the 3rd column of 

Table 1.  
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A relatively simple 2–2-type composite architecture (i.e., a system of alternating layers), its 

modifications [13–16], and polarisation orientation effects [6, 15] can be considered in order to 

compare the piezoelectric performance of the similar composites that are based on either the 

PMN–0.37PT SC in the tetragonal phase or the PMN–0.37PT SC in the orthorhombic phase. In 

addition, recent studies on the 2–2-type composites with two SC components [16] show that such 

composites are of interest due to the set of large parameters that characterise the piezoelectric 

anisotropy, sensitivity, electromechanical coupling, and hydrostatic piezoelectric response. The 

aim of the present paper is  

(i) to analyse the influence of the PMN–0.37PT SC on the piezoelectric properties and related 

hydrostatic parameters of the 2–2-type composites and 

(ii) to compare the performance of the composite based on the [001]-poled PMN–0.37PT SC to 

the performance of the related composite based on the [011]-poled PMN–0.37PT SC.    

 

2. Model of the 2–2-type composite and its effective electromechanical properties  

2.1. Model concepts 

It is assumed that the composite consists of a system of parallel-connected layers of two types 

(Type I and Type II layers, Fig. 1) with interfaces that are parallel to the (X2OX3) plane. The Type 

I and Type II layers are regularly arranged along the coordinate OX1 axis. The Type I layer is the 

PMN–0.37PT SC and is characterised by a spontaneous polarisation Ps(1) and volume fraction m 

in the whole composite sample. The crystallographic axes X, Y, and Z in each Type I layer are 

oriented uniformly; for instance, in the [001]-poled SC, conditions X || OX1, Y || OX2, and Z || OX3 

hold. The Type II layer is a SC / polymer medium with 0–3 connectivity in terms of work [6, 8, 

17], and the volume fraction of the Type II layers is 1 – m (Fig. 1). The shape of each SC 

inclusion in the Type II layer is spheroidal and obeys the equation (x1 / a1)
2 + (x2 / a2)

2 + (x3 / a3)
2 

= 1 in the coordinate OXf axes. Hereafter the shape of the SC inclusion is described in terms of 

the aspect ratio i =
 a1 / a3, and the volume fraction of the SC inclusions over the Type II layers is 
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mi. The SC inclusions in the polymer medium are considered on assumption that the linear sizes 

of each SC inclusion are much smaller than the thickness of each layer of the sample shown in 

Fig. 1. The spheroidal SC inclusions occupy sites of a simple tetragonal lattice with unit-cell 

vectors parallel to the OXf axes, where f = 1, 2, and 3. The orientation of the crystallographic 

axes X, Y and Z of each SC inclusion in the Type II layer is given by X || OX1, Y || OX2 and Z || 

OX3. The composite shown in Fig. 1 is characterised by 2–0–2 connectivity where the first index 

‘2’ refers to the SC component in the Type I layer, the index ‘0’ is related to the SC component 

in the Type II layer, and the last index ‘2’ is written for the polymer component in the Type II 

layer.  

The polarisation orientation effect in the composite is caused by a rotation of the 

spontaneous polarisation vector Ps(1) (and therefore, the main crystallographic axes X, Y and Z) in 

each Type I layer. By analogy with work [6, 15], the orientation of Ps(1) in each Type I layer is 

described by the Euler angles , , and , see Fig. 1. At  =  =  = 0, the Ps(1) vector is 

parallel to [001] of the perovskite unit cell ([001]-poled SC, 4mm symmetry) or to [011] of the 

perovskite unit cell ([011]-poled SC, mm2 symmetry), and the Ps(1) orientation is connected with 

the coordinate system ( oX1

oX 2

oX 3
). In fact, ( oX1

oX 2

oX 3
) is the crystallographic coordinate system of 

the single-domain SC. After the rotation of the main crystallographic axes in each Type I layer, 

conditions X || OX1, Y
 || OX2, and Z || OX3 hold. The transition from ( oX1

oX 2

oX 3
) to (X1X2X3) (Fig. 

1) is described by the rotation matrix [6] 

)1(.

coscossinsinsin

sincoscoscoscossinsinsincoscoscossin

sinsincoscossinsincoscoscossincoscos

































r     (1)   

In the present paper, we analyse the piezoelectric properties and related parameters of two 

composites as follows. The term ‘Composite I’ is introduced for the 2–2-type composite based 

on the [001]-poled PMN–0.37PT SC, and the term ‘Composite II’ is related to the 2–2-type 

composite based on the [011]-poled PMN–0.37PT SC. In both these composites, the polarisation 
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orientation effect is considered. It should be added that the single-domain state in the composites 

can be maintained by an external bias field [4, 11] applied along the specific direction.   

2.2. Effective electromechanical properties    

Effective electromechanical properties of the 2–0–2 composite shown in Fig. 1 can be 

evaluated in three stages as follows. During the first stage, we evaluate the effective properties of 

the Type II layer, i.e., the 0–3 SC / polymer composite. These effective properties are determined 

by means of the effective field method [6, 8] that takes into account an interaction between the 

piezoelectric SC inclusions. We assume that the components in the Type II layer are 

characterised by elastic moduli 
ESC

abc ),(

 (SC inclusions) and 
Ep

abc ),(

 (polymer matrix), piezoelectric 

coefficients 
)(SC

ije  (SC inclusions) and 
)( p

ije  (polymer matrix), and dielectric permittivities 
 ),(SC

qq  (SC 

inclusions) and 
 ),( p

qq  (polymer matrix). The effective electromechanical properties of the Type II 

layer are represented in the form of the 9  9 matrix as follows:  

|| C(2) || = 















||||

||||

||||

||||

),2(

)2(

)2(

),2(



tE e

e

c
.                                     (2) 

In Eq. (2), the superscript t denotes the transposition. Elements of || C(2) || are calculated within 

the framework of the effective field method [6, 8], and the main formula of the effective 

properties of the  0–3 composite is given by    

|| C(2) || = || C(p) || + mi (|| C
(SC) ||–|| C(p) ||)[|| I || +  (1 – mi)||

 S |||| C(p) ||-1(|| C(SC) || – || C(p) ||)]-1.           (3) 

In Eq. (3), || C(SC) || and || C(p) || are matrices of the properties of the SC and polymer components, 

respectively, mi is the volume fraction of the SC-2 component in the Type II layer, || I || is the 

identity matrix, and || S || is the matrix that contains the Eshelby tensor components [18]. The || S || 

matrix depends on elements of || C(p) || and the aspect ratio i of the SC inclusion. The || C(SC) || 

and || C(p) || matrices from Eq. (3) have the form similar to that shown in Eq. (2).   

In the second stage, the elastic, piezoelectric, and dielectric properties of the Type I layer 

are determined by taking into account the Ps(1) orientation. These properties depend on the Euler 

angles , , and , and elements of the || r || matrix from Eq. (1) are used at this determination.  
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The third stage is concerned with the evaluation of the effective electromechanical 

properties of the 2–0–2 composite as a whole. Hereby we apply the matrix method [6, 8] that 

allows for the electromechanical interaction between the Type I and Type II layers shown in Fig. 

1. The electromechanical properties of the Type I and Type II layers are represented in the 

general form as   

|| C(n)|| = 















||||

||||

||||

||||

),(

)(

)(

),(

 n

tn

n

En
d

d

s
.                                                                                                     (4) 

In Eq. (3), || C(n)|| is the 9  9 matrix, n = 1 is related to the Type I layer, and n = 2 refers to the 

Type II layer, || s(n),E || is the 6  6 matrix of elastic compliances, || d(n) || is the 3  6 matrix of 

piezoelectric coefficients, || (n), || is the 3  3 matrix of dielectric permittivities, and the 

superscript t denotes the transposition. A transition from the matrix elements of the Type II layer 

in the form of Eq. (3) to the matrix elements in the form of Eq. (4) is carried out using 

conventional formulae [19] for the piezoelectric medium. Finally, the matrix of the effective 

electromechanical properties of the 2–0–2 composite is written [6, 8] as 

|| C* || = [|| C(1) ||.|| M || m + || C(2) || (1 – m)] [|| M || m + || I || (1 – m)]–1.                                       (5) 

The structure of the || C* || matrix from Eq. (5) is shown in Eq. (4). In Eq. (5), || C(1) || and || C(2) || 

are taken from Eq. (4), || M || is concerned with boundary conditions at the interface x1 = const 

(Fig. 1), and || I || is the identity matrix. The boundary conditions [6] at x1
 = const imply a 

continuity of components of mechanical stress 11, 12 and 13, strain 22, 23 and 33, electric 

displacement D1, and electric field E2 and E3.  

In a general case, the || C* || matrix from Eq. (5) is to be analysed as a function of six 

variables, i.e., || C* || = || C*(m, i,
 mi, , , ) ||. Based on the matrix elements of || C* || from Eq. 

(5), we find the piezoelectric coefficients 
*

ijg  by using the relation [6, 19] || g* || = || ε*σ ||-1|| d* ||. In 

the present paper, we analyse the following effective parameters of the 2–0–2 composite:  

(i) piezoelectric coefficients 
*

3 jd  and 
*

3 jg  and their hydrostatic analogs   



8 

*

hd  = 
*

33d
 
+ 

*

32d
 
+ 

*

31d  and 
*

hg  = 
*

33g  + *

32g + *

31g ,        (6) 

(ii) hydrostatic squared figure of merit  

(
*

hQ )2 =
*

hd *

hg ,                            (7) 

and  

(iii) piezoelectric anisotropy factors  

d1 = 
*

33d
 
/

*

31d  and d2 = 
*

33d
 
/

*

32d .         (8) 

Eqs. (6) are written for a case when electrodes applied to the composite sample shown in Fig. 1 

are perpendicular to the OX3 axis. The hydrostatic squared figure of merit ( *

hQ )2  from Eq. (7) is 

used to estimate the sensor signal-to-noise ratio of the piezoelectric material and, therefore, an 

important parameter for hydroacoustic and energy-harvesting applications [6, 8]. The anisotropy 

factors d1 and d2 from Eqs. (8) can be taken into account in sensor, acoustic, and energy-

harvesting applications [6].   

Our further evaluations are carried out by using the full sets of electromechanical constants 

of the components, see Tables 1 and 2. We note the considerable elastic anisotropy of the PMN– 

0.37PT SC and appreciable changes in the piezoelectric coefficients dij at the change of the 

poling direction [001]  [011], see data in Table 1. We consider a piezoelectric Li2B4O7 (LBO) 

SC as an inclusion material in the polymer medium in the Type II layer, and monolithic 

polyethylene as a matrix material in the Type II layer. As follows from Table 2, the LBO SC is a 

highly original lead-free piezoelectric component because   

(i) the symmetry of the LBO SC coincides with the symmetry of the [001]-poled SC in the Type I 

layer,  

(ii) the signs of the piezoelectric coefficients eij of the LBO SC coincide with the signs of eij of the 

highly anisotropic PbTiO3-type ceramics [23]; however the piezoelectric effect in the LBO SC is 

weaker than that in the poled PbTiO3-type ceramics, and  
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(iii) the LBO SC exhibits considerable elastic anisotropy, and the large ratio Ec13
 / Ec12

  9.4 has no 

analogies with other poled ferroelectric ceramics and piezoelectric SCs [6, 8, 23].  

Since the LBO SC and polyethylene do not exhibit ferroelectric properties [20–22], no poling of 

the Type II layer in the 2–0–2 composite shown in Fig. 1 is needed.   

 

3. Piezoelectric properties and hydrostatic parameters  

In Section 3, we show and discuss some examples of the piezoelectric performance of Composite I 

and Composite II. Taking into account recent results [15, 16], we consider the Type II layer as a 0–

3 composite with highly oblate SC inclusions, i.e., an aspect ratio i = 100 is assumed. The 

presence of the LBO SC inclusions with the aspect ratio i >> 1 leads to the considerable elastic 

anisotropy of the 0–3 LBO SC / polyethylene composite (Table 3) and leads to large hydrostatic 

parameters of the 2–2-type composite due to decreasing its lateral piezoelectric response. The 

lateral piezoelectric response concerned with the piezoelectric coefficients *

32d  
and *

31d  is affected 

by the elastic properties of the Type II layer, especially at the volume fraction of the Type I layer 

m < 0.5. The large difference between the elastic compliance 
Es ),2(

33  and 
Es ),2(

11  as well as small 

values of 
Es ),2(

12  and 
Es ),2(

13 in comparison to 
Es ),2(

33  (see Table 3) strongly influence a contribution 

from the piezoelectric coefficients *

32d  
and *

31d  (or *

32g  and 
*

31g ) into the hydrostatic piezoelectric 

response from Eqs. (6). At i >> 1, this contribution becomes smaller compared to the 

piezoelectric coefficient *

33d  (or *

33g ), and therefore, the hydrostatic piezoelectric response of the 

composite depends on *

33d  (or *

33g ) to a large degree.         

Examples of the piezoelectric activity of Composite I are shown in Fig. 2. The rotation of the 

main crystallographic axes of the SC component in the Type I layer by the Euler angle  strongly 

influence the piezoelectric coefficients 
*

3 jd
 
and 

*

hd   from Eqs. (6). Changes in the  angle mean 

the rotation of the Ps(1) vector over the whole composite sample (Fig. 1) and, therefore, 

influences the piezoelectric effect to a large extent. Comparing Fig. 2, a to Fig. 2, b, we note that 
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the piezoelectric coefficient 
*

hd  increases by ca. 1.5 times on increasing  from 0 to 50, and this 

is observed at the relatively small volume fraction of the LBO SC mi = 0.10. At various , a 

contribution from the piezoelectric coefficient 
*

31d  into 
*

hd  from Eqs. (6) becomes minor in 

comparison to 
*

32d
 
and 

*

33d . This is due to the presence of the interfaces x1 = const in the 

composite sample, see Fig. 1. Such interfaces lead to a considerable decrease of |
*

31d | of the 

composite in comparison to |
)1(

31d | of the PMN–0.37PT SC being the main piezoelectric 

component in the composite. Taking into account data from Table 1 and Fig. 2, b, we state that 

*

hd
 
of Composite I can be larger than the hydrostatic piezoelectric coefficient 

)1(

hd
 
= 47 pC / N of 

the [001]-poled PMN–0.37PT SC by about four times.  

A considerable increase of both 
*

33d
 
and 

*

hd
 
is observed in Composite II even at the Euler 

angles  =  =  = 0 (Fig. 3). At the volume fraction m < 0.15 and in the presence of the Type 

II layer with the heavily oblate SC inclusions, the condition 
*

31d
 
 –

*

32d
 
 holds for Composite II 

(see curves 1 and 2 in Fig. 3), and in accordance with Eqs. (6), this leads to 
*

hd
 
 

*

33d  (see curves 

3 and 4 in Fig. 3). We add that 
*

33d
 
 

)1(

33d
 
at m > 0.10 due to the laminar structure of the 

composite wherein the SC component in the Type I layer is distributed continuously along the 

OX3 axis (Fig. 1). Such an original behaviour of the piezoelectric coefficients 
*

3 jd
 
and 

*

hd
 
from 

Eqs. (6) is observed in the composite based on the orthorhombic PMN–0.37PT SC whose 

electromechanical constants obeys conditions 
)1(

33d  |
)1(

31d |, 
)1(

33d  5
)1(

32d , 
Es ),1(

11  
Es ),1(

33 , and |
Es ),1(

13 | 

 
Es ),1(

23 . To the best of our knowledge, no similar relations between the electromechanical 

constants were discussed in earlier papers on FE and piezoelectric materials, and no examples of 

the similar piezoelectric activity of composites were described in the literature.   

Taking into account rotations of the main crystallographic axes by all the Euler angles (, 

, and ), we see that changes in  and  influence the piezoelectric coefficients 
*

33d
 
and 

*

hd  of 

Composite II to a larger extent in comparison to changes in , see graphs in Fig. 4. This 
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influence is observed at the volume fraction of the PMN–0.37PT m = 0.10, i.e., there is a strong 

influence of the Type II layer with anisotropic elastic properties and weak piezoelectric 

properties. Due to the orientation effect in the Type I layer and due to the elastic anisotropy of 

the Type II layer in Composite II, large piezoelectric coefficients 
*

33d
 
 900 pC / N (Fig. 4, d and 

e) and 
*

hd   800–900 pC / N (Fig. 4, a and b) are achieved. We mention for comparison that in 

comparison with data from Table 1, the orthorhombic PMN–0.37PT is characterised by 
)1(

hd  = 

296 pC / N, i.e., about three times smaller than 
*

hd  of the related composite.  

In contrast to the monotonic volume-fraction (m) dependence of the piezoelectric 

coefficients 
*

3 jd
 
of Composite I and Composite II, their piezoelectric coefficients 

*

3 jg
 
undergo 

extreme points at m < 0.03 irrespective of the Type II content and of the Euler angles. This 

behaviour is accounted for by the combination of the piezoelectric and dielectric properties in the 

composite [6] and, as a consequence, by the strong influence of the dielectric permittivity 
 *

33  on 

the piezoelectric coefficients 
*

3 jg . Fig. 5, a and b are built for the volume fraction m = 0.10: at 

this volume fraction of the PMN–0.37PT SC, we state the still high level of the longitudinal 

piezoelectric sensitivity, i.e., 
*

33g
 
 100 mV.m / N. The piezoelectric coefficient 

*

33g
 
decreases 

(Fig. 5, a and b) at the rotation of the main crystallographic axes by the Euler angle , and this 

correlates with decreasing 
*

33d
 
in Fig. 4, d and e. The hydrostatic parameters of Composite II 

show the considerable dependence on the volume fraction m and Euler angle , see Fig. 5, c and 

d. In Fig. 5, c and d, we observe the correlation between 
*

hg  and ( *

hQ )2: in the present volume-

fraction range m  0.10, the piezoelectric coefficient 
*

hg
 
is characterised by the non-monotonic 

behaviour and influences the squared figure of merit ( *

hQ )2 stronger than 
*

hd  from Eq. (7). As 

follows from Table 4, the correlation between 
*

hg  and ( *

hQ )2 takes place also at variations of the 

volume fractions of the SC components m and mi in the composite where no rotation of the main 

crystallographic axes is performed in the Type I layer. Data from Table 4 show that changes in 
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the volume fraction of the LBO SC mi lead to minor changes in the hydrostatic parameters at the 

volume fraction of the PMN–0.37PT SC m = const. In contrast to this, changes in m at mi = const 

cause considerable changes in both the hydrostatic parameters. This is accounted for by a large 

difference between the dielectric properties of the SC components, see Tables 1 and 2. The 

changes in mi mean minor changes in the dielectric permittivity 
 *

33  
of the composite due to the 

small permittivity of the LBO SC. The changes in m cause considerable changes in 
 *

33  
of the 

composite irrespective of mi because of the large permittivity of the PMN–0.37PT SC.     

We note the high level of the 
*

hg
 
and ( *

hQ )2 values related to Composite II at m  0.20 (see 

Fig. 5, c and d and Table 4). For example, the values of ( *

hQ )2   1010 Pa-1 are a few times larger 

than those related to piezo-active composites based on FE ceramics [24] and comparable to the 

( *

hQ )2 values related to some composites based on relaxor-FE SCs [1, 6–8].   

The piezoelectric properties of Composite II are also characterised by the large anisotropy. 

In Fig. 6 we show regions where the anisotropy factors from Eqs. (8) obey conditions  

| d1 |  5 and | d2 |  5         (9) 

simultaneously. We again show the example of the composite with the relatively small volume 

fraction of the PMN–0.37PT SC (m = 0.10 as noted in Fig. 5), i.e., the composite wherein the 

Type II layer strongly influences the piezoelectric anisotropy due to the elastic anisotropy (see 

Table 3). Validity of inequalities (9) mean that a conversion of electric energy into mechanical 

energy and vice versa proceeds mainly along the OX3 direction concerned with the large 

piezoelectric coefficient 
*

33d . Based on areas 1 and 2 in Fig. 6, we state that the rotations of the 

main crystallographic axes of the SC component in the Type I layer by the Euler angles  and  

also influence the piezoelectric anisotropy of Composite II. Hereby changes in the Euler angle  

influence the piezoelectric anisotropy to a lesser degree. Earlier we observed the weak influence 

of the rotation by  on the longitudinal piezoelectric effect in Composite II, see Fig. 4, d and e, 

and Fig. 5, a and b. In our opinion, such a mode of rotation plays the passive role in Composite II 
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because the Ps(1) orientation in its Type II layer remains unchanged with respect to the OX3 axis 

(Fig. 1). We add that Composite II has obvious advantages over the conventional PbTiO3-type 

FE ceramics with the large piezoelectric anisotropy [23] because validity of conditions (9) is 

observed at the piezoelectric coefficient 
*

33d
 
that is about an order-of-magnitude larger than d33 

of the highly anisotropic PbTiO3-type ceramics with d33 < 100 pC / N. 

 

4. Conclusions  

The present paper reports results on the piezoelectric performances of Composite I and 

Composite II with two SC components. These materials are characterised by 2–0–2 connectivity 

and by the presence of the single-domain relaxor-FE SC as a main piezoelectric component. This 

component is either tetragonal (in Composite I) or orthorhombic (in Composite II) and forms the 

Type I layers in the sample (Fig. 1). In the Type II layer that is regarded as a 0–3 composite, an 

important combination of the properties is achieved due to the LBO SC with the unusual 

anisotropy of the properties, see Table 2. The Type II layer with the considerable elastic 

anisotropy strongly influences the piezoelectric performance of Composite I and Composite II.  

Such an influence of the Type II layer and the orientation effect in the Type I layer enables us to 

improve the hydrostatic piezoelectric response of the studied composites, especially Composite 

II (see Figs. 3, 4, a and c, 5, c and d). The large piezoelectric anisotropy in Composite II is also 

observed due to the orientation effect in the Type I layer and the elastic anisotropy in the Type II 

layer. Validity of conditions (9) is observed at 
*

33d
 
 102 pC / N that represents obvious 

advantages over the conventional PbTiO3-type FE ceramics.  
 

The sets of large values of the studied piezoelectric coefficients and hydrostatic 

parameters, and anisotropy factors (Figs. 3–5) make Composite II more preferable in comparison 

to Composite I and suggest that Composite II can be effective in hydroacoustic, piezoelectric 

sensor and energy-harvesting applications.  
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To the paper “Domain orientations and piezoelectric properties in novel 2–2-type composites 

with two single-crystal components” by V. Yu. Topolov, A. V. Krivoruchko,  

C. R. Bowen, and A. A. Panich 

Table 1. Room-temperature elastic compliances E

abs
 
(in 10-12 Pa-1) at electric field E = const, 

piezoelectric coefficients ijd  (in pC / N) and relative dielectric permittivities 
 pp /0 at 

mechanical stress  = const of single-domain PMN–0.37PT SCs  

Electromechanical  

constants 

[001]-poled 

PMN–0.37PT 

SC [11],  

4mm symmetry 

[011]-poled 

PMN–0.37PT SC 

[4],  

mm2 symmetry 

Es11
 12.21 20.5 

Es12
 –0.09 –10.5 

Es13
 –9.61 –14.0 

Es22
 12.21 12.6 

Es23
 –9.61 3.6 

Es33
 24.1 20.0 

Es44
 33.78 18.9 

Es55
 33.78 4.2 

Es66
 15.72 32.8 

d15 1410 120 

d24 1410 645 

d31 –130 –960 

d32 –130 204 

d33 307 1052 

011 /   12550 2197 

022 /   12550 6803 

033 /   775 10661 
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Table 2. Room-temperature elastic moduli E

abc  (in 1010 Pa), piezoelectric coefficients eij (in C / 

m2) and relative dielectric permittivities 
 pp /0 at mechanical strain  = const of components of 

the Type II layer 

Electromechanical 

constants 

LBO SC 

[20], 4mm 

symmetry  

Polyethylene 

[21, 22], 

isotropic 

Ec11
 13.5 0.0778 

Ec12
 0.357 0.0195 

Ec13
 3.35 0.0195 

Ec33
 5.68 0.0778 

Ec44
 5.85 0.0292 

Ec66
 4.67 0.0292 

e15 0.472 0 

e31 0.290 0 

e33 0.928 0 

11
/

0  8.90 2.3 

33
/

0
 8.07 2.3 

 

Table 3. Aspect-ratio dependence of elastic compliances 
E

abs ),2(
 (in 10-12 Pa-1) of the 0–3 LBO SC / 

polyethylene composite at mi = 0.10 [16]  

i Es ),2(

11  
Es ),2(

12  
Es ),2(

13  
Es ),2(

33  

1 112 –18.7 –26.5 118 

5 85.7 –10.7 –22.8 128 

10 74.4 –6.50 –20.2 128 

50 59.9 –1.08 –16.8 126 

100 57.6 –0.218 –16.2 126 
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Table 4. Hydrostatic piezoelectric coefficient 
*

hg  (in mV.m / N) and squared figure of merit 

(
*

hQ )2  (in 10-12 Pa-1) of Composite II at i = 100 and  =  =  = 0   

    mi 

m 

0.05 0.10 0.15 0.20 

*

hg  

0.05 187 187 185 183 

0.10 99.8 100 99.5 98.3 

0.15 66.4 67.1 66.8 66.2 

0.20 48.8 49.4 48.3 42.8 

(
*

hQ )2 

0.05 140 141 144 131 

0.10 86.2 86.5 84.5 82.0 

0.15 59.0 59.9 58.9 57.6 

0.20 43.0 44.0 43.6 42.9 
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Figure captions to the paper “Domain orientations and piezoelectric properties in novel 2–2-type 

composites with two single-crystal components” by V. Yu. Topolov, A. V. Krivoruchko,  

C. R. Bowen, and A. A. Panich 

Fig. 1. Schematic of the 2–2-type composite with the parallel connection of the layers. The Type 

II layer represents the 0–3 SC / polymer composite.  

 

Fig. 2. Piezoelectric coefficients 
*

3 jd
 

and 
*

hd  of Composite I at the rotation of the main 

crystallographic axes of the tetragonal PMN–0.37PT SC by the Euler angle . 

 

Fig. 3. Piezoelectric coefficients 
*

3 jd
 
and 

*

hd  of Composite II at  =  =  = 0.   

 

Fig. 4. Piezoelectric coefficients 
*

hd  (a–c) and
 

*

33d  (d and e) of Composite II at the rotation of the 

main crystallographic axes of the orthorhombic PMN–0.37PT SC by the Euler angles , , and 

.  

 

Fig. 5.  Piezoelectric coefficients 
*

33g   (a and b) and 
*

hg  (c), and squared hydrostatic figure of 

merit (
*

hQ )2 (d) of Composite II at the rotation of the main crystallographic axes of the 

orthorhombic PMN–0.37PT SC by the Euler angles , , and .  

 

Fig. 6. Regions of validity of conditions | d1 |  5 and | d2 |  5 in Composite II.   

 

 

 

 



22 

 

Fig. 1 

 

 

 

 

 

 

 

 

 



23 

 

a 

 

b 

Fig. 2 
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