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Abstract -
Concrete is a major contributor to the environmental im-

pact of the construction industry, due to its cement content
but also its reinforcement. Reinforcement has a significant
contribution because of construction rationalisation, resort-
ing to regular mats or cages of steel bars, despite layout-
optimisation algorithms and additive-manufacturing tech-
nologies. This paper presents an automated framework,
connecting design and fabrication requirements for the op-
timisation of spatial layouts as of reinforcement of concrete
structures, by the means of robotic filament winding.
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1 Introduction

This paper presents research on the automated reinforce-
ment of concrete structures, investigated in the framework
of the ACORN project on Automating Concrete Construc-
tion [1].

1.1 Context

The construction industry is responsible for nearly 50%
of the UK’s carbon emissions [2]. More specifically, con-
crete construction is the main culprit, with more than 5%
of the carbon emissions worldwide. The environmental
impact of reinforced concrete stems from the amount of
cement as well as the amount of reinforcement [3]. Layout
optimisation applied to strut-and-tie models can find opti-
mised tensile reinforcement for various concrete elements
[4, 5]. However, these optimised layouts are not affordable,
or even feasible, without significant post-rationalisation to
build such reinforcement from stiff bar elements. Extreme
rationalisation resorts to the use of standardised reinforce-
ment bars, mats and cages, which require a higher amount
of material and energy to produce. However, the use of

advanced fabrication strategies and additive manufactur-
ing, combined with robotics, provides an opportunity to
automate the fabrication of complex optimised layouts of
reinforced concrete structures using flexible filament ma-
terials.

1.2 Literature review

Short fibres can improve durability, provide a mini-
mum tensile reinforcement against cracking and isotropic
strengthening [6]. However, short fibres do not provide
reinforcement in specific directions to carry high local ten-
sile stresses based on an optimised layout. Reinforcement
mats can carry higher tensile stresses, but the use of non-
optimal, homogeneous and orthogonal meshes demands
more material, and their placement is hard to automate, re-
quiring patching and overlapping to map large-span shells
with double curvature and/or folds [7, 8]. High local ten-
sile capacity can be provided by long fibres, or filament [9].
Moreover, filaments are suitable for automated additive
manufacturing [10], as commonly proven in the automo-
tive industry to produce composite parts thanks to robotic
filament winding [11]. For instance, the technology Fi-
breTEC3D [12, 13], developed by Daimler and CIKONI,
winds spatial layouts to produce mechanically-optimised
nodes. In the construction industry, Spadea et al. [9]
wound shear reinforcement for concrete beams using a
rotating mandrel as core and Prado et al. [14] wound fila-
ments to form composite shells using robotic arms holding
boundary frames, instead of a core. Filament winding of
tensile reinforcement offers the flexibility to produce com-
plex but optimised shapes and is suitable for automation
using robotic arms.

1.3 Outline

This paper presents an automated framework for the op-
timisation of tensile reinforcement for concrete structures
that are suitable for robotic filament winding. Section
2 presents the automated framework, taking into account
the constraints of the formwork system during the process
of structural optimisation and the additive-manufacturing
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Figure 1. Workflow for the robotic filament winding of tensile reinforcement for concrete structures, including
fabrication-informed optimisation and rationalisation.

strategy for fabrication rationalisation. Section 3 applies
this framework to a standard, benchmark plate with nu-
merical results comparing the material quantities before
and after rationalisation.

2 Automated framework
The workflow, illustrated in Figure 1 and detailed in

this section, includes structural optimisation and rational-
isation informed by fabrication requirements according to
the following steps:

1. Define the winding points in the formwork system;

2. Generate a ground structure based on these points,
which includes all the admissible winding passes;

3. Optimise the layout of this ground structure to ob-
tain a strut-and-tie model with a minimal amount of
tensile reinforcement;

4. Rationalise the tensile layout for robotic filament
winding by creating a continuous path using graph
Eulerisation;

5. Generate the trajectory for robotic winding around
the formwork elements.

2.1 Formwork system

In order to wind a spatial layout made of a flexible
filament, winding points are necessary for anchoring and
deviating the filament to tension it before concreting.

Such winding points can be included in the formwork
of any structural system, such as beams, plates or shells,
as illustrated in red in Figure 2. These elements must be
designed according to the formwork strategy, be it rigid
timber frame or flexible membrane, for instance. Stiff pins
that can transmit the shear forces of the tensioned filament
to the formwork can be reused, by covering them with a
sliding lost cap and by removing them before demoulding,
and the resulting void subsequently grouted.

The higher the density of these elements, the more di-
verse the range of potential winding paths, although these
elements have a cost in terms of production time and ma-
terial consumption. The position of these winding points
serve as input for structural optimisation, informed by the
available design space.

2.2 Structural optimisation

The structural design of the reinforcement for concrete
structures is based on layout optimisation using a strut-
and-tie model.
Strut-and-tie models are discrete stress fields use to de-

sign concrete structures as a set of compressive struts and
tensile ties for the given support and load conditions. Their
justification is based on the lower-bound theorem of plas-
ticity. While concrete plays the role of the compressive
struts, the reinforcements act as tensile ties. Structural
analysis of the strut-and-tie model provides the stresses
and the necessary cross-sections of tensile reinforcement.
This model can include any combination of lines connect-
ing the winding points in the formwork system, which can
all be built using filament winding.
In this combinatorial design space of tensile ties, some

layouts are more efficient and therefore require less re-
inforcement. The search through this space of feasible
layouts is performed using layout optimisation [15, 16].
Such methods minimise the amount of material via the to-
tal load path !%, which is the sum of the force �8 times the
length !8 in each element 8 over the entire set of elements
� :

!% =
∑
8∈�
|�8 |!8

.
Minimising the amount of tensile reinforcement is

equivalent to minimising this load path, when the loca-
tion, magnitude and direction of the external forces is the
same. Indeed, according to Maxwell’s theorem [17], the
algebraic load path, which comprises the tensile part )
and the compressive part �, only depends on the applied
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Figure 2. Formwork systemwith winding points, using elements in red to anchor and deviate the flexible filament.

loads: ∑
|�) |!) −

∑
|�� |!� =

∑
P · r,

with P the external loads and r their position vectors from
any arbitrary reference point. Since the algebraic load
path is constant for a given set of loads, decreasing the
total volume of material decreases in equal volume the
compression material and the tension material.
Therefore, global layout optimisation provides the min-

imum reinforcement.
After optimisation, the discrete cross-section � 5 of the

filament must be included. For each tensile element, the
force �) is retrieved to find the necessary number = of
filament passes that must constitute this element to take
this force, based on the material tensile strength 5 5 :

= =

⌈
�

� 5 · 5 5

⌉
.

The lower the filament cross-section, the lower the loss
of material due to the rounding up and oversizing, but the
higher the number of passes to produce.
As the initial ground structure was informed by the lo-

cation of the winding points in the formwork, the resulting
structurally-optimised layouts includes only passes that
can be realised by the filament. Even though significant
post-processing is not necessary, a rationalisation step is
required to obtain a continuous path through the tensile re-
inforcement layout. This specific continuity requirement
prevents from multiple interruptions of the filament-based
fabrication process, whether continuously wound manu-
ally or robotically.

2.3 Fabrication rationalisation

From the optimised layout, a continuous path for fila-
ment winding must be computed that respects the required
number of passes per tensile element. From this continu-
ous path, a robotic trajectory is generated that winds the
reinforcement around the winding points of the formwork.

However, the existence of such a continuous path is
not guaranteed for any graph of nodes and edges. Here,
the graph consists of the winding points as nodes and
the tensile elements as edges. Since some edges require
multiple passes to achieve the necessary filament cross-
section, the algorithm is applied to a multi-graph, where
multiple edges can connect the same pair of nodes. For
each pair of nodes requiring = passes, = edges connect the
pair of nodes in the graph.
Figure 3a shows an Eulerian graph with a circuit,

marked with arrows, that visits each edge of the graph
exactly once. This strong constraint of a closed circuit can
be relaxed to an open path, as the wound filament does
not need to close. Such a graph is called a semi-Eulerian
graph, as in Figure 3b with path extremities marked with
white nodes. However, some graphs do not have such
paths nor circuits, such as the one in Figure 3c.

(a) (b) (c)

Figure 3. Eulerian properties of graphs: (a) an Eu-
lerian graph with a cycle, (b) a semi-Eulerian graph
with a path and (c) a graph without path visiting
each edge exactly once.

The problem of finding a path can be solved with Euleri-
sation algorithms, which convert graphs into Euler graphs,
which have the property of containing a circuit, or closed
path, that visits each edge of the graph exactly once. The
Eulerisation problem is also called the Chinese Postman
Problem (CPP) [18]. The CPP searches for edges to add
in order to obtain a circuit. In Figure 4, Eulerisation of the
graph yields two Eulerian graphs. Tominimise the amount
of material for needed reinforcement, the one that corre-
sponds to a minimal length of added edges is considered.
This algorithm is adapted to perform semi-Eulerisation to
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find a continuous path by considering different path ex-
tremities, highlighted in white in Figure 5, resulting in
more semi-Eulerian graphs, with fewer edges added due
to rationalisation.

Figure 4. Eulerisation of a graph by adding edges to
find a closed circuit.

Figure 5. Semi-Eulerisation of a graph by adding
edges to find an open path.

However, because the tensile parts can form discon-
nected graphs, and because other edges in the ground
structure represent other potential winding passes, the Ru-
ral Postman Problem (RPP) [19] is used, which is an exten-
sion of the CPP. The RPP, also called priority-constrained
CPP, finds a circuit that visits each required edge exactly
once and potentially optional edges of the graph. Here,
the required edges are the tensile edges and the optional
edges are all the edges of the ground structure.

While the CPP is NP-complete, the RPP is NP-hard.
Therefore, multiple algorithms exist to solve this problem
based on heuristics. Here, the sub-paths are found for
each disconnected component first, using aCPP algorithm.
Then, as shown in Figure 6, these sub-paths, simplified as
black edges, are iteratively connected in a greedy manner
by adding the shortest optional path, highlighted in red,
among all the possible ones, until they form a general path
that connects all the sub-paths.

As a result, a continuous path is found through the
tensile part of the optimised strut-and-tie model, taking

into account the number of passes per edge.
From the continuous path, a trajectory for robotic wind-

ing around the formwork points is obtained.
The size of the formwork elements inform the offset

of the lines connecting the axes of these elements. The
orientation of the offset takes into account the relative
positions of the elements along the winding path. Figure
7 shows how from a path, in black, connecting winding
elements, in white, the trajectory, in red, alternates on the
right- and left-hand sides based on the successive path
turns. The trajectory passes by the opposite side of the
next element: winding from element 8−1 to 8, the filament
goes to the right-hand side of the path at the element 8 if
the next element 8 + 1 is on the left-hand side, and vice
versa.
Vertical sliding along the elements is assumed to be

prevented.
The robotic trajectory computation completes this auto-

matedworkflow to obtain an optimised layout towind rein-
forcement in concrete structures around formwork points.

3 Structural application
This automated workflow is applied to a classic plate

as a benchmark, though more complex shapes can be con-
sidered, as long as winding points are provided during the
fabrication process.

3.1 Parameters

The plate is a 5m x 5m square, has a thickness of 20cm,
is supported vertically at its bottom four corners and is
loaded at the top surface with a uniform downward vertical
load of 5 kN/m2. The concrete is considered to be C30/37
with a compressive strength 52=30MPa. The filament is
considered to be CFRP with a tensile strength 5 5 =90MPa
and a cross-section � 5 =20mm2. The winding points in
the formwork are organised in a 6 x 6 x 2 array of 72
nodes, corresponding to a spacing of 1m in plane and
0.2m vertically, as shown in Figure 8.

3.2 Results

The ground structure, shown in grey in Figure 8a, con-
nects all the pairs of the 72 winding points, highlighted as
white dots, to each other, representing all the

(72
2
)
=2556

edges that can be potential filament paths. Only edges
shorter than 3m are shown for clarity.
The optimised strut-and-tie model in Figure 8b shows

the support reactions in green, the external loads in orange,
the compressive struts in blue and the tensile ties in red.
The diameter of the cylindrical elements is sized based
on the internal forces and material strength. The tensile
load path amounts to 3266kN.m, or a theoretical material
volume of CFRP of 0.0363m3. A grid of winding points
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Figure 6. Semi-Eulerisation of a disconnected graph by finding first sub-paths, in black, and then connecting
them with the shortest optional paths, in red.

RIGHT

RIGHT

LEFT

RIGHT

LEFT

Figure 7. Winding trajectory, in red, from the fila-
ment path, black, alternating between the right- and
left-hand sides.

with an XY spacing of 50cm gives 3004kN.m, or 8%
less, and an XY spacing of 25cm gives 2870kN.m, or
12% less, but also more than 3 times and 12 times the
number of formwork elements, respectively. These results
are summarised in Table 1.

Table 1. Reinforcement material quantities for dif-
ferent densities of formwork winding points

winding node
spacing [cm]

filament volume
[m3]

nb. of winding
nodes [-]

100 0.0363 (100%) 72 (100%)
50 0.0334 (92%) 242 (336%)
25 0.0319 (88%) 882 (1225%)

Once computed the number of passes per tensile ele-
ment, the filament volume is 0.0381m3, an increase of 5%,
for a total filament length of 1906m. The graph in Figure
8c illustrates the continuous filament path generated after
semi-Eulerisation. The colours and thicknesses illustrate
the number of passes per edge, ranging from thin green
edges with 1 pass to thick red edges with 37 passes. The
filament volume is then 0.0384m3, an additional increase
of 1%, for a total filament length of 1919m that can be

wound in one go. Eventually, the total increase of material
volume from the optimal strut-and-tie model including the
winding points to the filament path amounts to 6%. Table
2 summaries the material quantities at the different steps
of the optimisation and rationalisation workflow.
The continuous curve in Figure 8d represents the path

of the extremity of the robot end-effector winding the fil-
ament around the formwork elements. The path time is
plotted as a colour gradient from red to blue, from an
extremity to the other of the job.

Table 2. Reinforcement material quantities at each
step of the optimisation and rationalisationworkflow

step volume [m3] increase [-]
layout optimisation 0.0363 -
discrete sizing 0.0381 +5%
graph eulerisation 0.0384 +1%

+6%

3.3 Discussion

This case-study shows the application of a digital
framework for the optimisation of structurally-sound and
fabrication-informed reinforcement layouts. The numeri-
cal results predicting the material quantities highlight the
trade-offs between the theoretical optimal design and the
feasible sub-optimal design. The waste of material due to
rationalisation (1%) is low compared to the waste due to
using a limited number of winding points in the formwork
(more than 10%) and even compared to the need to use a
single value of cross-section for all the filament, resulting
in some oversizing (5%). These parameters, number of
winding points and discrete filament cross-section, also
have an impact on the production time, due to assem-
bly/disassembly time of the formwork and winding time
of the robot, respectively. A physical prototype of a spe-
cific structural element with a specific formwork system
will allow this impact to be evaluated.

4 Conclusion
Advanced fabrication technology should enable the pro-

duction of optimised reinforcements, instead of resorting
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Figure 8. Automated optimisation and rationalisation of a reinforcement layout suitable for robotic filament
winding for a concrete plate.

to standardised and inefficient cages ormats, which signifi-
cantly contribute to the environmental impact of reinforce-
concrete structures. This paper presented an automated
framework for the design of optimised reinforcement lay-
outs for concrete structures that are suitable for robotic
filament winding. Its application to a reinforced-concrete
slab highlight the impact of the rationalisation steps and
some of their parameters. Further work consists of:

• parametric studies on the spacing of the formwork
points for winding, the filament cross-section, as well
as layout simplification, to reduce the production time
with controlled deviation from the optimal tensile
reinforcement;

• physical prototypes with detailing of the formwork
system and its winding points, exact generation of the
robotic tool-path and inverse kinematics that prevents
clashes, with sequencing of the winding from the
bottom to the top parts of the reinforcement layout;

• material and structural testing to understand the be-
haviour of this system, including the bonding between
concrete and reinforcement; and

• life-cycle analyses to compare the whole-life cost of
this approach with traditional methods, as comparing
only embodied material can be misleading, without
taking into account production waste and energy [3].
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