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Abstract 

 

Well defined comb-branched poly(ethylene imine)/poly(2-ethyl-2-oxazoline), (PEI-PEtOx) and homo 

poly(ethylene imine), (bPEI) polyelectrolytes with varying degrees of polymerization (DP) of the main chain and 

branches have been successfully deposited on a polypropylene fabric (PP) using a layer-by-layer technique. The 

surface properties of the nanocomposites have been studied by Fourier transform infrared spectroscopy (FTIR) 

and X-ray photoelectron spectroscopy (XPS) spectroscopy. Changes in the net surface charge and the 

electrostatic behaviour have been studied by employing electrokinetic and electrostatic measurements. The 

deposition of  the electrolytes increased the thermal stability of the nanocomposites and enabled the deposition 

of copper ions. Moreover, the materials obtained were found to have properties which could be correlated with 

the particular polymers deposited. 

 

1. Introduction 

Recently, the preparation of nanostructured materials using a layer-by-layer deposition technique has 

been the subject of much research effort [1,2]. Such materials in particular have attracted a great deal of attention 

and have been widely investigated because of their potential applications, for example, as drug delivery systems 

or nanoreactors [1-4]. 
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The process of nanofabrication is based on the preparation of polymer complexes mostly on specially 

prepared flat surfaces such as glass plates, silicon wafers [5], on microspheres [6] or fibers [7-9]. The first layer 

is commonly formed either by grafting of a polymer onto the surface or by chemical modification. The 

successful grafting of acrylic acid onto polyester surfaces is a well-established procedure [10-11]. Once grafting 

is completed, a layer of a polymer containing basic functional groups can be applied leading to formation of a 

stable polymer complex onto which another oppositely charged layer can be deposited. 

The deposition of polyelectrolyte layers onto various surfaces has been also studied. This method makes 

it possible to obtain materials with the combined properties of both surface and layer. By the inclusion of 

appropriate layers, it is possible to fine tune the properties of the surfaces e.g their hydrophilicity [12], dyebility 

[7], surface resistance [7], thermal stability [8] and electrokinetic properties [13]. Variations in the surface acidic 

or basic strength depending on the properties of deposited layers were also observed with the aid of an 

appropriate dye [7]. 

This paper continues the research described in recent publications on the deposition of polymer-

complex layers onto various textile fabrics [7,8,12,13]. In order to understand how the type, composition and 

architecture of the deposited polymer layer influences the properties of the prepared materials, previously 

synthesized and well-characterized PEI-PEtOx and bPEI  polymers [14-15] have been used for deposition on 

nonwoven polypropylene substrates. This research has also been inspired by some interesting publications 

concerning the incorporation of gold, silver, platinum [8] or magnetic particles [9] into similarly prepared 

systems. Since PEI-based polymers have found a number of applications in biotechnology, nanomedicine and 

pharmacy [16-21], a deeper understanding of the properties of these new composites is essential in order to 

efficiently explore potential practical applications.  

 

2. Experimental 

Materials 

Polypropylene (PP) nonwoven textile (surface weight = 27.9 g/m2 , average filament diameter = 9.65 m) was 

prepared by the melt blown method (Cenaro – Lodz, Poland) using low viscosity, isotactic, PP granules 

completely free from additives, (Borealis AG, HL604FB, Austria). 

Polyacrylic acid, (PAA) was synthesized by free-radical polymerization of acrylic acid (AA) in toluene initiated 

with azobisisobutyronitrile (AIBN). The PAA was purified and dried under a vacuum. The weight-average 
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molecular weight (Mw = 115000 g/mol) was determined by gel permeation chromatography, (GPC), using 

Waters 410 light scatterind  detector (Viscotek T60A) in 0.05 mol/L Na2SO4. 

The polyelectrolytes (Fig.1a) were synthesized as described elsewhere [14,15]. There are random branch  

polymers with the main backbone of linear poly(ethylene imine) and with either poly(2-ethyl-2-oxazoline), or 

poly(ethylene imine) side chains for PEI-PEtOx and bPEI, respectively. The DPs of the main chain and the 

branches varies from 20 to 96. The composition, nominal total molecular weight, degree of grafting and the 

codes of the polymers are given in Table 1.  

 

Figure 1, Table1 

 
The PEI-PEtOx and bPEI polymer layers were deposited onto PP (nonwoven) using previously described 

method [7]. The nonwoven was activated by immersion in a solution of ammonium persulfate (c = 20 g/L, t = 30 

min, T = 80 oC, nitrogen atmosphere), followed by thorough rinsing with water. Aiming to produce the first graft 

PAA layer the activated nonwoven was dipped in concentrated AA aqueous solution, (c = 52 g/L, t = 60 min, T 

= 80 oC, nitrogen atmosphere), followed by thorough rinsing with water. After grafting, the samples were 

immersed in aqueous solutions of PEI-PEtOx or bPEI (1  10-5 g/cm3), in the temperature range of 80-90 oC.  

Special care was taken to ensure that the polymers were fully dissolved [15]. Prior to every such operation 

samples were rinsed with distilled water [7].  

 

Measurements 

FTIR spectra were recorded using a Perkin-Elmer 2000 Fourier transform infrared (FTIR) instrument. 

Transmission spectra were carried out in KBr pellets. Reflectance FTIR spectra were carried out using Perkin 

Elmer reflectance variable angle specular at 60o (50 scans).  The unmodified nonwoven was used as a 

background.  

XPS experiments were performed with an AXIS ULTRA spectrometer (Kratos Analytical, U.K.) 

equipped with a monochromatic Al K X-ray source of 300 W at 20 mA. The wide-scan spectra and high 

resolution spectra were obtained at analyzer’s pass energy set value of 160 eV and 20 eV, respectively. During 

all measurements electrostatic charging of the sample was compensated by means of a low-energy electron 

source working in combination with a magnetic immersion lens. Later, all recorded peaks were shifted by the 

same amount which was necessary to set the C 1s peak to 285.00 eV for saturated hydrocarbons. Quantitative 

elemental compositions were determined from peak areas using experimentally determined sensitivity factors 
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and the spectrometer transmission function. The high-resolved spectra were deconvoluted by means of a 

computer routine. Free parameters of component peaks were their binding energy (BE), height, full width at half 

maximum and the Gaussian-Lorentzian ratio. 

 Electro Kinetic Analyzer (EKA) (Anton Paar GmbH, Graz, Austria) was employed for electrokinetic 

measurements carried out as streaming potential experiments [22-23]. A cylindrical measuring cell was equipped 

with Ag/AgCl disc electrodes. The measurements were performed by streaming of the measuring fluid 

(electrolyte solution) through a fiber plug insert between the two electrodes of the measuring cell. The zeta-

potential values,  was calculated according to Smoluchowski [24]: 

 

0r

dU
dp


 

  

 

 

(1) 

 

Where the quotient dU/dp is the streaming potential. It was determined from the voltage (U) measured in 

dependence on the pressure (p) driving the liquid flow through the fiber plug. The symbols εr, η and κ are the 

dielectric constant, viscosity and conductivity of the electrolyte solution and ε0 is the permittivity of free space. 

In all experiments the pH-dependence of zeta-potential was determined in the presence of 0.001 mol/L KCl 

solution. 

The electrostatic measurements were made using the Static Meter I (Haug, Germany) apparatus 

(distance to the sample 2 cm). The samples were preconditioned for a prolonged time (at least one week) at a 

temperature of 22 oC and 33 % humidity. Each calculation was repeated at least three times and the results 

averaged. 

Thermal analysis was carried out with Perkin–Elmer TGA 7 thermal analyser in a platinum measuring 

cell, using the Pyris programme for data handling. Measurements were performed in an air atmosphere (gas flow 

of 20 cm3/min, heating rate of 15 oC/min). The samples (about 5 mg) were heated up to 650 oC, starting from 

room temperature. All measurements were repeated at least three times. For each of them T50% was determined 

and an average value was calculated with an uncertainty of about 1%. 

Sorption properties of Cu2+ ions were analyzed from water solution of CuSO4 (1.0 wt. %) during 48 

hours in static conditions at room temperature after calibration (807 nm absorbance vs. CuSO4 percentage). The 

nonwoven area was 32 cm2 (0.07g). The sorption process was monitored using a Lambda 2 (Perkin–Elmer) UV-

VIS spectrometer.  
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3. Results and Discussion 

3.1. Structure of the deposit substrate 

3.1.1. XPS analysis 

Fig. 2a shows the high-resolution C 1s XPS spectrum of the unmodified PP fiber substrate. The shape of the 

spectrum is characterized by a single component peak A, which appears from photoelectrons of saturated 

hydrocarbons. Self-oxidation reactions introduced small amounts of oxygen (elemental ratio determined from the 

wide-scan spectrum [O]:[C] = 0.011) in the polypropylene surface.  

 

Figure 2 

 
The grafting of AA strongly changes the shape of the corresponding C 1s spectrum (Fig. 2b). According to the 

chemical structure of AA and its polymerized form PAA three component peaks are expected. The component 

peak (A) showing the methylene groups of the polymer backbone is on the same position as the main component 

peak of PP. Component peak F appears from carbon atoms of carbonic acid (COOH) and component peak B 

from carbon atoms in -position to the carbonic acid groups (C–COOH). Surprisingly, the C 1s spectrum in Fig. 

2b showed two further component peaks cannot explained by the PAA structure. It can be assumed that the PP 

surface is slightly oxidized during its activation with ammonium persulfate. Immediately formed alcoholic 

groups or peroxo groups decomposed during the AA polymerization are able to react with few of the carbonic 

acid groups of the PAA. The carbon atoms of resulting carbonic ester groups cause the two component peaks E 

(O=C–O–C) and D (O=C–O–C). Carbon atoms in -position to the carbonic ester groups contribute to 

component peak B. According to the stoichiometric ratio of the ester group the intensities of the two component 

peaks E and D was found to be [E]:[D] = 1. The intensity of component peak B equals the sum of the intensities 

of two component peaks E and F ([E] + [F] = [B]).  

 

Table 2 

 

The C 1s spectrum of the PEI-PEtOx sample No. 1 (Fig. 2c) does not appear very different from the C 1s 

spectrum of the PAA-modified sample. However, that spectrum does not show the presence of carbonic acid 

groups (COOH). Obviously the adsorption of the PEI-PEtOx polymer converts these groups. The presence of 

ester groups, which are analyzed by the two component peaks E (O=C–O–C) and D (O=C–O–C) shows that the 
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PAA-modified nonwoven surface is not homogeneously covered by a thick PEI-PEtOx film. The intensity of 

component peak E is slightly higher as the intensity of component peak D ([E]:[D] = 1.15) because the amide 

groups of the PEI-PEtOx polymer also contribute to component peak E. Compared with the C 1s spectrum of the 

PAA-modified sample component peak B is more intensive due to numerous C–N bonds of the secondary and 

tertiary amino groups of the PEI-PEtOx polymer.  

The high-resolution N 1s spectrum of the nonwoven modified with PEI-PEtOx shows two component 

peaks. The component peak Y having the fewer intensity appears from electrically neutral C–N bonds of amines 

and amides. The component peak X results from protonated amino groups (C–N+). The findings indicate that the 

adsorption of the PEI-PEtOx polymer endows the fiber surface with a high number of positive charge carriers. 

The protonation of the amino groups can origin from the hydronium ion (H3O+) adsorption from the aqueous 

PEI-PEtOx solution or/and the formation of salt pairs between accessible carboxylic groups of the PAA layer 

and amino groups of the PEI-PEtOx polymer (–COO…HNC–). The formation of salt pairs drives the 

dissociation reaction of the carbonic acid groups and convert them into a carboxylate structure. The de-localizing 

negative charge increases the electron density on the carbon atom and shift the binding energy of its electrons 

slightly to lower values. Hence, in the C 1s spectrum of the PEI-PEtOx-modified nonwoven component peak F 

is disappeared. The strong attractive electrostatic interactions inside of the salt pair fixes the adsorbed PEI-

PEtOx molecules on the PAA-modified nonwoven surface.  

The very surface sensitive XPS method is an element-oriented method, which allows to discuss the binding 

states of some of the detected elements. A more molecularly oriented method is the infrared spectroscopy, which 

is able to give fingerprints of molecular ensembles. 

 

3.1.2. FTIR analysis 

In order to compare the polymer samples before and after deposition onto PP nonwovens surfaces, solid state 

transmittance and reflectance FTIR spectroscopy analysis have been performed. The transmittance FTIR spectra 

of the solid PEI-PEtOx and bPEI (Samples 1-4) polymer powders before deposition are presented on Figure 3. 

The characteristic signals of -CH3, –CH2-, –NH- and –N< groups can be seen, the latter appearing at 815 and 

1100-1200 cm-1 [25-28]. 

Figure 3 

Fig. 4 shows the FTIR spectra of the deposited layers. For clarity, the structure of one of the deposited layers was 

compared with that of the sample before deposition- Fig. 5. As seen, although slightly shifted (1196 cm-1, see 



7 

Figure 4) the signals due to –NH- groups are clearly visible in the both spectra. Since, the reflectance 

spectroscopy was carried out using unmodified PP nonwoven as a background, the spectra on Fig. 4 and 5 are 

related only with the deposited layers (not with the main PP material). The presence of the same peaks assigned 

to –NH- groups are indicative for the successful coating of the surfaces on each nonwoven with polymer.  

 

Figures 4 and 5 

 

3.2. Properties of modified materials          

3.2.1. Electrokinetics 

Of considerable importance for a range of applications are the electrokinetic properties of the modified 

textiles’ surfaces [29]. The investigations of the electrokinetic properties give information on the sign of net 

surface charge and the possibility to change it by changing the environment of the differently modified fibres. 

The variation of the pH values in an aqueous solution, which is in contact with the fibres provides hydronium 

ions (H3O+) and hydroxyl ions (OH-) to drive adsorption and/or dissociation reaction on the fiber surface. On this 

way it is possible to study the surface charging mechanism. The dependence of the zeta-potential values on the 

pH of an interacting aqueous KCl solution for the untreated and the modified nonwoven samples are shown in 

Fig. 6.  

 

Figure 6 

 
The strong dependence of the zeta-potential values on the pH values ( = [pH], Fig. 6) clearly show that the 

hydronium ions (H3O+) and hydroxyl ions (OH-) are potential determinig ions. The  = [pH] function of the 

unmodified nonwoven sample is typical for solid with a hydrofibic surface, which does not contain a 

considerable amount of functional groups. At pH<4 the sign of the zeta-potential values is positive. That means, 

hydronium ions (H3O+) are preferably adsorbed on the fiber surface. With increasing the pH values the number 

of available hydronium ions decreases and a preferable adsorption of hydronium ions are enforced. Hence, with 

increasing the pH values the zeta-potential and the corresponding surface potential become more and more 

negative. The constant slope of the  = [pH] at pH>4 is typical for OH- ion adsorption because water molecules 

enclosing the charge carriers cannot be stabilized on the hydrofobic surface  and will be successively removed. 

The released space can be occupied by further charge carriers increasing the net surface charge. The pH value 
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where the zeta-potential equals zero is called the isoelectric point (pH = 0 = iep). For the unmodified nonwoven 

sample the iep was iep  4, what is also a typical values for surfaces do not contain functional groups. The 

grafting of AA strongly changed the  = [pH] function (Fig. 6). The negative sign of all zeta-potential values 

indicates a negative surface charge. Considering the interpretation of the high resolution C 1s XPS spectrum 

(Fig. 2b) the negative surface charge results from the presence of carboxylic groups, which are able to undergo 

dissociation reaction in presence of an aqueous solution (the XPS method is working under ultra-high vacuum 

condition where water is not present on the sample surface). With increasing the pH value the increased OH- 

concentration forwards the dissociation reaction and the formation of negatively charged surface sites. Hence, 

the amounts of zeta-potential values increase with increasing the pH values. However, the number of carboxylic 

groups on the sample surface is limited. If all groups, which are able to undergo the dissociation reaction are 

dissociated the net surface charge must remain constant. The  = [pH] plot flows into a plateau phase. 

The adsorption of the amino groups containing PEI-PEtOx and bPEI polymers turns the net surface 

charge over a wide pH range from negative to positive. Obviously, at low and moderate pH values the amino 

groups of the adsorbed polymers are protonated. These findings correspond to the XPS results, where the N 1s 

spectrum of sample No. 1 shows a considerable amount of protonated species. As mentioned above, these 

protonated species can be formed by salt formation between carbonic acid groups of the PAA layer and amino 

groups of the adsorbed polymer. However, these ions pairs exhibit a net charge of zero and do not contribute to 

the positive net surface charge found in the electrokinetic experiments. The positive charges observed here origin 

from amino groups protonated by the adsorption of hydronium ions. With increasing the pH value the OH- ions 

increases and deprotonation reaction are forwarded. Hence, at higher pH values the amounts of zeta-potential are 

deceased. Compared to the nonwoven grafted with AA the isoelctric points of the samples modified with PEI-

PEtOx and bPEI polymers are shifted to higher values. The highest isoelectric point was found for sample No. 1 

(iep = 7.7), whereas the other samples 2,3 and 4 had iep of 5.0, 5.5 and 5.9 respectively. According to the well 

established Stern theory of the electrochemical double layer [30] the iep corresponds to the number of functional 

surface groups can be undergo dissociation or protonation reactions. The electrokinetic experiments showed that 

the adsorption of PEI-PEtOx and bPEI polymers allow to adjust the pH value of the fiber surface.  

 

 

 

3.2.2. Electrostatic investigations 
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The phenomenon of static charging is one of the major disadvantages of man-made fibres and textiles made 

from. Particularly, PP is a material, which can be easily charged up, e.g. by a simple contact to an other polymer 

or by slight rubbing. The generated charges remain stable on the PP surface largely independent of the 

environmental conditions [31]. Even a storage in an atmosphere of high humidity (e.g. 90 %) does not 

significantly increase the rate of charge dissipation [31]. As mentioned above, the application of the PEI-PEtOx 

and bPEI polymers on the nonwoven/PAA fibre surface is linked with the formation of ionic surface groups. Salt 

pairs as well as protonated amino groups are laterally fixed and cannot transport the charge carriers themselves. 

But the ionic structures enable the stabilisation of water films on the fibre surface, which have the ability to 

transport charge carriers. Hence, the application of the PEI-PEtOx and bPEI polymers should increse the rate of 

sample’s discharging or prevent an electrostatic charging. In order to evaluate the electrostatic charging the time 

of the charge half-disappearing was selected as a quantitative factor (Table 2).  

 

Table 2 

 
The results shown in Table 2 show that the application of polyions on the nonwoven surface strongly increase 

the disappearing of electrostatically generated charges, even at moderate humidity of  = 30 %. Hence, the PEI-

PEtOx and bPEI polymers seem to be suitable antistatic agents. In contrast to ammonium salts commonly used 

to prevent electrstatic charging the polymer layer are fixed on fibre surface and cannot be spilled off.  

 

3.2.3. Thermogravimetric analysis 

The thermal stability of the materials after deposition has been studied by thermogravimetry. Typical 

thermogravimetric curves for unmodified, grafted with AA and materials obtained after the deposition of PEI-

PEtOx or bPEI polymers are presented in Figure 7. 

 

Figure 7, Table 3 

 
The data derived from the curves in Figure 5 are listed in Table 3. An increase in the thermal stability measured 

by the temperature for 50% decomposition by up to 30o C after deposition onto the PP nonwovens. Although 

differences were small, slightly higher values were found for the bPEI structures. It has been assumed that 

polymer layers serve as a barrier, preventing decomposition of the underlying material. This strongly implies that 
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the polymer architecture and composition of the new deposited nanolayers are appropriately chosen for the 

preparation of materials with a significant surface stability.  

 

3.2.4. Sorption properties of copper ions 

According to the literature [32, 33] the materials containing tertiary amine groups show good sorption abilities 

for Cu2+ ions and find a great number of applications. In order to investigate these particular properties for the 

surface-modified nonwovens, the sorption of Cu2+ from 1.0 wt. % aqueous solutions of CuSO4 was studied under 

static conditions at room temperature for 48 hours. The results are collected in Table 4.  

 

Table 4 

 
As can be seen, higher sorption efficiency was observed for all the modified nonwoven structures. In spite of the 

higher values, an increase of sorption could potentially be achieved by shaking or by pH manipulation of the 

solutions. The improved surfaces could be used as sorption filters in the future. The sorption of other metal ions 

or different biocides, such as proteins [34] or DNA [35] is planned to be considered.  

 

4. Conclusions 

Our current research confirms that layer-by-layer technique can be successfully applied for the deposition of 

PEI-PEtOx and bPEI polymers onto PP nonwoven. As a result new materials with the desired characteristics 

were subsequently produced. The structure of the modified products was analyzed and verified by XPS and 

FTIR spectroscopy. The electro kinetic studies reveal that as a result of deposition the nonwovens have 

significantly higher values of isoelectric point and the pH of the fiber surfaces could be adjusted. It was also 

observed that the modified materials can be exploit as antistatic agents. The sorption properties were tested for 

copper ions and it was discovered that the tertiary amine groups can be utilized as an effective sorbent. A clear 

increase in the thermal stability was confirmed, leading to formation of an insulating barrier preventing further 

decomposition of the main material.   

 

References 

1. G. Yang, L. Yu, X. Chen and P. Zhang, Appl. Surf. Sci. 255, 4097 (2009). 

2. G. Yang, Z. Geng, H. Ma, Z. Wu and P. Zhang, Thin Solid Films 517, 1778 (2009). 



11 

3. G. Decher, Polyelectrolyte Multilayers, an Overview in: Multilayer Thin Films, G. Decher, I. Schlenoff (Ed), 

pp. 30-31. Wiley-VCH, Weinheim (2004) 

4. X. Shi, M. Shen and H. Möwald, Prog. Polym. Sci. 29, 987 (2004). 

5. D. Kovacević, S. van der Burgh, A. de Keizer and M. Stuart, Langmuir 18, 5607 (2002).  

6. F. Caruso, H. Lichtenfeld, E. Donath and H. Möhwald, Macromolecules 32, 2317 (1999). 

7. S. Połowiński, J. Appl. Polym. Sci. 103, 1700 (2007). 

8. D. Stawski D and S. Połowiński, Fibres Tex. East. Eur. 15, 82 (2007). 

9. S. Połowiński, e-polymers http://www.e-polymers.org/journal/papers/Polowinski1_190106.pdf (2006) 

10. V. Korshak, K. Mozgova, M. Shkolina, I. Nagdaseva and V. Berestnev, Wysokomol. Soj. 5, 171 (1963). 

11. J. Bucheńska, J. Appl. Polym. Sci. 65, 967 (1997). 

12. R. Jantas and S. Połowiński, Fibres Text. East. Eur. 15, 97 (2007). 

13. D. Stawski and C. Bellmann,  Colloids Surf. A: Physicochem. Eng. Aspects 345, 191 (2009) 

14. S. Halacheva, G. Price, M. Wasbrough and K. Edler, Pol. J. Appl. Chem. 53, 21 (2009). 

15. S. Halacheva, G. Price, V. Haramus, submitted  

16. M. Zareie, S. Dinçer and E. Pişkin, J. Colloid Interface Sci. 251, 424 (2002). 

17. H. Bisht, D. Manickam, Y. You and D. Oupicky, Biomacromolecules 7, 1169 (2006). 

18. A. Kichler, M. Chillon, C. Leborgne, O. Danos and B. Frisch, J. Controlled Release 81, 379 (2002).  

19. K. Kunath, A. von Harpe, H. Petersen, D. Fischer, K. Voigt, T. Kissel and U. Bickel, 19, 810 (2002). 

20. H. Petersen, K. Kunath, A. Martin, S. Stolnik, C. Roberts, M. Davies and T. Kissel, Biomacromolecules 3, 

962 (2002). 

21. W. Liang, C. Lien and P. Kuo, J. Colloid Interface Sci. 294, 371 (2006). 

22. V. Ribitsch, C. Jorde, J. Schurz and H. Jacobasch, Prog. Colloid Polym. Sci. 77, 49 (1998). 

23. H. Jacobasch, F. Simon, C. Werner and C. Bellmann, Techn. Messen 63, 447 (1996). 

24. M. Smoluchowski, in: Handbuch der Elektrizität und des Magnetismus. Band II, M. Smoluchowski (Ed), 

Barth-Verlag, Lepzig (1921). 

25. R. Sunish Kumar and N. Sakthivel, Appl. Microbiol. Technol. 55, 782 (2001). 

26. Y. Hu, K. Ouyang, X. Cao and L. Zhang, J. Cent. South Univ. Technol. 15, 378 (2008). 

27. A. Choukourov, H. Biederman, D. Slavinska, M. Trchova and A. Hollander, Surf. Coatings Technol. 174-

175, 863 (2003). 

28. A. Sinitsya, J. Čopiková, V. Purytanov, S. Skoblya and V. Machovič, Carbohydr. Polym. 42, 359 (2000). 



12 

29. T. Luxbacher, T. Pusić and I. Petrinić in: Proceedings for the 4th International Textile, Clothing & Design 

Conference Dubrovnik (2008). 

30. O. Stern,  Zeitschrift für Elektrochemie 30, 508 (1924) 

31. V. Albrecht, A. Janke, A. Drechsler, G. Schubert, E. Németh and F. Simon, Progr. Colloid Polym. Sci. 132, 

48 (2006) 

32. Z. Hubicki and G. Wójcik, J. Haz. Mat. B136, 770 (2006). 

33. Z. Hubicki and G. Wójcik, Adsorp. Sci. Tech. 24, 559 (2006). 

35. J. Kizhakkedathu, J. Janzen, Y. Le, R. Kainhan and D. Brooks, Langmuir DOI: 10.1021/la803690q (2009). 

36. M. Borkovec and G. Koper, Macromolecules 30, 2151 (1997). 

 

 



13 

 

(a) 

N CH2 CH2H3C NH

n-1

N

C
H

2
CH

2

C

CH3

O

CH2

m

CH3

CH2 CH2
n

 

(b) 

N CH2 CH2H3C NH
n-1

NH

CH
2

CH
2

CH3

m

CH2 CH2
n

 

Fig.1. Structural formulas of (a) PEI-PEtOx  and (b) bPEI polymers. 
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Figure 2 High-resolution C 1s XPS spectra of unmodified nonwoven (a), nonwoven 
grafted with AA (b) and PEI-EtOx adsorbed on the nonwoven/PAA sample (c). Fig. 2d 
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shows the high-resolution N 1s XPS spectrum of the nonwoven/PAA/PEI-EtOx – sample 
1. 
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Figure 3. Transmittance FTIR spectra of PEI-EtOx and bPEI polymers in solid state before deposition (KBr 

pellets). 



15 

 
 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Figure 4. Partial reflectance FTIR spectra of the nonwovens after Samples 1-4 deposition. The characteristic 
signals at 1167 cm-1 are marked.  
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Figure 5. Transmittance FTIR spectrum of Sample 1 (PEI-PEtOx 5-5 ) before deposition and reflectance FTIR 
spectra of the surface after Sample 1 deposition. 
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Fig. 6. pH dependence of zeta-potential for untreated and modified samples. 
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Figure 7. Thermograms for unmodified PP-nonwoven, AA-grafted nonwoven and the structures obtained after 
layer deposition. 
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Table1 

Characterization data for PEI-PEtOx and bPEI polymer samples 

DP 

of the main 

chain 

DP 

of the 

branches 

 

 

Degree of 

grafting, 

 

 

Molecular 

weights 

 

 

Code 

 
Sample № 

48 48       4% 11628 PEI-PEtOx 5-5  1 

66 66 7% 35617 PEI-PEtOx 7-7 2 

66 48 3% 7128 bPEI 7-5 3 

96 48 7% 14784 bPEI 10-5 4 

 

The first and last digits of the abbreviation codes multiplied by 10 give the approximately degree of 

polymerization of the polymer backbone and each of the branches, respectively. 

 
 
 
Table 3 
 The electrostatic properties for nonwovens before and after modification  

Structure № The time of the charge half-

disappearing (min) 

unmodified 229.91 

grafted with AA 4.89 

1 13.50 

2 12.14 

3 14.12 

4 18.90 
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Table 4 

 Temperatures of 50% mass loss for PP nonwovens before and after modification.  

 Structure  

№ 

T of 50% mass loss 

(oC) 

Unmodified 304 

grafted with AA 312 

1 337 

2 331 

3 335 

4 344 

 
 

 

Table 5 

 Sorption of Cu2+ ions for nonwovens before and after modification 

Structure № Sorption of Cu2+ ions (mg/cm2) 

x 103 

unmodified 0.0 

grafted with AA 0.5 

1 1.8 

2 2.4 

3 2.4 

4 3.6 

 
 
 
 


